._ NUDSBER e

EMSL ANALYTICAL INC. '
CHAIN OF CUSTODY RECORD QLD %D

!‘ent: Point of Contact
Global - NISMO Mike Derchak
Building #3545 Naval Base Phone Number:
Philadelphia, PA 19112-3095 (215) 897-2097
Project L.D. TDLNO. 075-001 P.O. Number: 05-732
- =59 (PRE/POST Asbestos Survey)
Date & Time Results Required Special Instructions / Comments:
FAX (215) 897-6297 PAGE 1 OF 5
Field Sample No. Analyze | Sample | Analysis Deseription
Type Reqguested
D051005001 ASB BULK PLM 1-12-0-Q ANCHOR WINLASS
D051005002 ASB BULK PLM 2-24-2-L. HEAD
D051005003 ASB BULK PLM 2-37-0-L PASSAGE
1D051005004 ASB BULK PLM 2-29-0-E EMERGENCY DIESEL
D051005005 ASB BULK. PLM 2-32-2-L. BERTHING .
D051005006 ASB BULK PLM 2-29-2-Q HCFF STATION # 1 =
D051005007 ASB BULK PLM 3-29-1-L JET CREW BERTHING =
D051005008 ASB BULK PLM 2-39-2-L. HEAD — @ <
051005009 ASB BULK PILM 2-49.0-L CREW MESS BOMB ASS¥us ¢» =
~ 51005010 ASB BULK PLM 2-44-4-L CREWS HEAD Tl
g 1005011 ASB BULK PLM 4-59-8-A A-DIV STRM o "'g
D051105012 ASB BULK PLM 2-64-3-L PASSAGE W = =5
D051105013 ASB BULK PLM 3-59-3-L. CREWS BERTHING o —
D051105014 ASB BULK PLM | 3-87-0-L BERTHlNg%c@s G o=
D051105015 ASB BULK PLM 2-84-1-Q SWBD RM7 31 T%. o2 M L
D051105016 ASB BULK PLM 2-79-5-Q STRM __ "moi— 1
051105017 ASB BULK PLM 2-97-3-LMED LABR” . s <
D051105018 ASB BULK PLM 2-100-1-L EAR & EYEEXAM™
D051105019 ASB BULK PLM 7-97-01-E AUX # 1 LIPPER LEVEL
0051105020 ASB__| BULK PLM | 7-97-01-E AUX # 1 FOWER [:BVEL
D051105021 ASB BULK. PLM 5-97-2-E # 2 SWITCHBOARD ROOM
D051105022 ASB BULK PLM 3-104-4-Q CAMERA REPAIR
‘D051105023 ASB BULK PLM 7-106-0-E MMR # 1 UPPER LEVEL
D051105024 ASB BULK. PLM 7-106-0-E MMR # 1 LOWER LEVEL
Collected by: Received by/Chain of Custody Initiated by:
E. Coleman / G. Goins/W. Bunn Jr. / J. King /8. Ervin Date/Time: A
Relinquished by: _Date .~ Time Received ¥y:
‘Josefina N. Rydenbark 707
Submitted to Lab by: Date Time Roexi t Laby¥y:
PICK - UP ™ (/]
~Logged by: Prepared by: 7 Apalyzed by:
Data Validated by: Rush Report by: Date/Time Posted-Logged by

Data Processed by: Report Reviewed by: "~ Report Approved by:
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EMSL ANALYTICAL INC.
CHAIN OF CUSTODY RECORD
Jent: . Point of Contact
Global - NISMO Mike Derchak
‘Building # 545 Naval Base Phone Number:
Philadelphia, PA 19112-5095 (215) 897-2097
Project L. 1D, TDL NO. 075-001 P.O. Number: 05-732
EX-FORRESTAL (AVI-59) (PRE/POST Asbestos Survey)
Date & Time Resuits Required Special Instructions / Comments:
24 HOUR TURN FAX (215) 897-6297 PAGE 2 OF 5
Field Sample No. Analyze | Sample Analysis Description
, Type Requested '
D051105023 ASB BULK PLM 7.119-0-E MMR # 4 UPPER LEVEL
D051105026 ASB BULK PLM 7-119-0-E MMR # 4 LOWER LEVEL
D051105027 ASB BULK PLM 7-132-0-E # 2 AUX
D051105028 ASB BULK PLM 7-132-0-E # 2 AUX
D051105029 ASB BULK PLM 4-141-2-ESWRDRM # 7
D051105030 ASB BULK PLM 7-141-0-E MMR # 2 Wi -
D051105031 ASB BULK PLM 7-141-0-EMMR #2 _ L/L
P051205032 ASB BULK PLM 2-137-1-Q HCFF \
0051205033 ASB BULK PLM 2-146-4-Q FAN ROOM S
~951205034 ASB BULK PLM 2:-167-4-Q  MBMINS CoNTR.OL GFF ict -
1205035 ASB BULK PLM 3.207-2-L. BERTHING e frantidr-
D051205036 ASB BULK PLM 1-59-5-A SECURITY STRM a .
D051205037 ASB BULK PLM | 1-69-2-L PASSAGE o —
D051205038 ASB BULK PIM | 01-197-2-Q STEAM HEAT SHOP = > |
D051205039 ASB BULK PLM 01-29-0-L FEMALE BERTHING et
D051205040 ASB BULK PLM 01-49-0-Q MAINT WORK CENTER o <
D051005041 ASB BULK PLM 01-119-2-L PASSAGE T3 oex
D051005042 ASB BULK PLM | 02-12-2-A PMS OFFICE =
D051005043 ASB BULK PLM 02-21-1-L STATE ROOM
D051005044 ASB BULK PLM 02-38-1-QMGROOM . = ¢
'D051005045 ASB BULK PLM 02-49-6-L PASSAGE 4958
D051005046 ASB BULK PLM 02-69-0-L CREWS B G 2
D051005047 ASB BULK PLM 02-69-6 FAN ROOM . 77 % P
D051005048 ASB BULK. PLM 02-132-2-C CON FLAG ﬁé
COlleCted by: Received by/Chain 6f Cusy)dy hnnated by:
E. Coleman / G. Goins/W. Bunn Jr. /J. King /S.Ervin Date/Time: o -
Relinquished by: Date Time Receivedby: ~
Josefina N. Rydenbark -
Submitted to Lab by: Date Time Received at Lab by:
PICK~-UP
JLogged by: Prepared by: Analyzed by:
Data Validated by: Rush Report by: Date/Time Posted-Logged by:

Data Processed by: Report Reviewed by: Report Approved by:




\Sieh e

EMSL ANALYTICAL INC.
CHAIN OF CUSTODY RECORD
jent: Point of Contact
"J:al - NISMO Mike Derchak
Building # 345 Naval Base Phone Number:
Philadelphia, PA 19112-5095 (215) 897-2097
Project LD. TDLNO. 075-001 P.O. Number: 05-732
EX-FORRES - (PRE/POST _Asbestos Survey)
Date & Time Results Required Special Instructions / Comments:
24 HOUR TURN FAX (215) 897-6297 PAGE3OF5
Field Sample No. Analyze | Sample Analysis Description
Type Reqguested
‘D051005049 ASB BULK PLM 02-132-6-L. CREWS HEAD
D051005050 ASB BULK PLM 02-162-2.Q HEATER ROOM
DO51005051 ASB BULK PLM 03-158-10-Q CONSOLE ROOM CAT#3
D051005052 ASB BULK PLM 03-162-10-Q FAN ROOM
D051005053 ASB BULK PLM 02-172-3-L PASSAGE
D051005054 ASB BULK PLM 02-202-2-L PASSAGE
D051005055 ASB BULK PLM 03-9-3-L PASSAGE FRAME 9-12
D051005056 ASB BULK. PLM 03-50-2-1. PASSAGE
D051005057 ASB BULK PLM 03-37.1-L STATE ROOM
D051005058 ASB BULK PLM 03-44-7-L. PASSAGE FR 44-48
151005059 ASB BULK PLM 03-9-2-Q FAN ROOM
w5 1005060 ASB | BULK | PLM | 03-74-10-Q CAT SHOP
D051105061 ASB BULK PLM 03-64-5-Q CAT MACH ROOM
D051105062 ASB BULK PLM 03-84-2-Q CAPT’S GALLEY =
‘D051105063 ASB BULK. PLM 03-119-8-L STATE ROOM —
D051105064 ASB BULK PLM 03-114-1-L PASSAGE FR 114-115 o ]
D051105065 ASB BULK. PIM | 03-135-2-L STATE ROOM — " o
D051105066 ASB BULK. PLM 03-177-7-Q GEAR LOCKER u ~ - |
IDOS 1105067 ASB BULK PLM 03-187-0-L CREWS BERTH o T
D051105068 ASB BULK PIM | 03-197-0-L READY RQOM_: & 54 =
D051105069 ASB BULK PIM | 03217-3-QAGLOUNGE . &F =i
D051105070 ASB BULK PLM 03-227-1-Q MAINT OFF - o
D051205071 ASB BULK PLM 03-207-1-1. PASSAGE; ERl-248 O W
D051205072 ASB BULK PLM | 03-241-1-L CREWS BERTHINGZ i
Collected by: Received by/Chain of €ustady Initiated by:
E. Coleman / G. Goins/W. Bunn Jr./ J. King /S. Ervin Date/Time: s
Relinquished by Date Time Received by:
Josefina N. Rydenbark
‘Submitted to Lab by: Date Time Received at Lab by:
PICK -UP
nve-Logged by: Prepared by: ~ Analyzed by:
ﬁalidated by: Rush Report by: Date/Time Posted-Logged by:
Data Processed by: Report Reviewed by: Report Approved by:




DUEIEDA |

; EMSL ANALYTICAL INC.
CHAIN OF CUSTODY RECORD
jent: Point of Contact
pal -~ NISMO Mike Derchak
Building # 545 Naval Base Phone Number:
Philadelphia, PA 19112-5095 (215) 897-2097
Project 1.D. TDL NO. 075001 P.0O. Number: 05-732
EX-FORRESTAL !é};;-ssg mwwtos Survey)
Date & Time Results Required Special Instructions { Comments:
24 HO FAX (215) 897-6297 PACE 4 OF §
Field Sample No. Analyze | Sample Analysis Description
Type Requested
D051205073 ASB BULK PLM | 03-207-2-L PASSAGEFR 222-226
D051205074 ASB BULK PLM | 04-138-1-Q CRASH & SALVAGE
D051205075 ASB BULK PLM | 08-123-1-L CAPT PASSAGE
D051205076 ASB BULK PIM | 07-114-1-C FLAG PILOT
D051205077 ASB BULK PLM 06-116-1-Q FAN ROOM RADAR OFFICE
D051205078 ASB BULK PLM | 09-124-3-1. CREWS HEAD
D051205079 ASB BULK PLM | 09-126-1-L SIGNAL SHELTER
'D051205080 ASB BULK PIM | 08-121-3-C CHART HOUSE
D051305081 ASB BULK PLM | 03-24-0-C MAIN COMM
D051305082 ASB BULK PLM | 02-197-2-Q WORK SHOP
951305083 ASB BULK PLM | 03-119-5-L PASSAGE FR 132-137
_Eosow ASB BULK PIM | 4-222-6-Q DISBURSING
D051305085 ASB BULK PIM | 2-208-2-L HEATER ROOM
D051305086 ASB BULK PLM | 3-181-2-Q MESS TREASURY QFFICE
D051305087 ASB BULK PIM | 2-162-2-Q 3M OFFICE e
D051305088 ASB BULK PIM | 2-162-1-L GALLEY OFFICE o
D051305089 ASB BULK PLM | 3-141-8-L. FEMALE HEAD S o
D051305090 ASB BULK PLM | 2-127-1-L DENTAL BERTHING —
D051305091 ASB BULK PLM__ | 1-154-2-L PASSAGE ™~ = =™ =
D051305092 ASB BULK. PLM | 7-154-0-E MMR # 3 UEP RLERIS & o
D051305093 ASB BULK PIM | 7-154-0-E MMR # 3 LQWER Lﬁlen_;;_g__
D051305094 ASB BULK PIM | 01-177-2-L PASSAGE¥R 177-182 ™ =2
D051305095 ASB BULK PLM | 01-182-2-Q R-DIV T —~ & .. &
D051305096 ASB BULK PLM | 01-59-3-Q PERSONNEL GFFICE = = =
Collected by: Received by/Chain of Custedy-nitiated by
E. Coleman / G. Goins/W. Bunp Jr. / J. King /8. Ervin Date/Time:
Relinquished by: Date Time . Received by:
Josefina N, Rydenbark
Submitted to Lab by: Date Time Received at Lab by:
PICK - UP
Pre-Logged by: Prepared by: Analyzed by:
ﬁalidated by: Rush Report by: Date/Time Posted-Logged by:

Data Processed by: Report Reviewed by: Report Approved by:



HYSHEETS

EMSL ANALYTICAL INC.

CHAIN OF CUSTODY RECORD
£ Point of Contact
J:al Associates - NISMO Mike Derchak
Building #3545 Naval Base Phone Number:
Philadelphia, PA 19112-5095 (215) 897-2097
Project LD. TDLNO. 0875-001 P.O. Number: 05-732
EX-FO AVT-59 m_lg_gsgﬁbestos Survey)
Date & Time Results Required Special Instructions / Comments:
24 HOUR TURN FAX (215) 897-6297 PAGE 50F 5
Field Sample No. Analyze | Sample Analysis Description
Type Reqguested
D051305096 ASB BULK PLM 01-59-3-Q PERSONNEL OFFICE -
D051305097 ASB BULK PLM 01-39-0-L FEMALE BERTHING
D051305098 ASB BULK PLM 01-12-0-Q ANCHOR WINDLASS FR 15-21
D051305099 ASB BULK PLM 01-5-0-Q CAPSTAN MACH ROOM
D051305100 ASB BULK PLM 01-20-2-Q FAN ROOM i
D051305101 ASB BULK PLM 01-64-2-Q X-2 DIVISION OFFICE
0051305102 ASB BULK PLM 01-19-1-L PASSAGE WAY
D051305103 ASB BULK PLM 2-159-1-Q
D051305104 ASB BULK PLM 2-245-1-L
D051305105 ASB BULK PLM 3-159-0-Q
151305106 ASB BULK PLM 2-241-1-L
1305107 ASB BULK PLM 5-203-2-Q
D051305108 ASB BULK PLM 1-139-1-Q
ASB BULK PLM
ASB BULK PLM = < _c
ASB BULK. PLM = E‘
ASB BULK PLM = - =g
ASB | BUIK PLM TenE
ASB BULK PLM S A [
ASB BULK PLM i ~
ASB_ | BUIK PLM x - o =
ASB_| BULK | PLM T 2 a8
ASB_ | BULK PLM =
ASB | BULK PLM = > o
Collected by: Received by/Chain of Custody Iniﬁattﬁg
£, Coleman / G. Goiny/W. Bunn Jr. / J. King /8. Ervin Date/Time: R
Relinquished by: Date Time Receivedby: X o= o~
Josefina N. Rydenbark by RriiY
Submitted to Lab by: Date Time Received at Lab by:
PICK-UP
vre-Logged by: Prepared by Analyzed by:
ﬁ/alidated by Rush Report by: Date/Time Posted-Logged by:
Data Processed by: Report Reviewed by: Report Approved by:
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Atn: Mike Derchak

g, (oSG TN AN

To:; Mike Derchak Page: 2117 Date; 9/26/2005 9:17:18 AM

COCIVITS e sy by S 8 00 O V)

Customer 1D: GLOBS0

Global Associates Customer PO: 03-732

Naval Business Center Raceived: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA 19112-5098
Fac (215 8975625 Phone.  (215) 897-6755 EMSL Proi EX-FORRESTAL (AVTS)
Project EX-FORRESTALAVT-5%) Analysis Date: ~ 525/2005

Report Date: /282005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized
Light Microscopy
Non-Asbestos Asbestos
Sample Locstion Appearance % Fibrous % Non-Fibrous % Type
DO5 1005001 1-'|?:«-0-é'lR GrayWhite 40% Callulosa 205 Non-fibrous (other) 20% Amoalte
ANCH Rbr
0405088520001 WINLASS Hel:'o;aneﬂus 18% Chrysotle
D051005002 2.042-L HEAD  TanWhite/Red 25% Celulose 20% Non-fibrous (ather) Nona Datactad
405008520002 Fibrous 258¢% Glass
Hetarogensous 30% Min. Wool
J;hoosooa 2.37.0-L Gray/W hita/Black 30% Cellulose 40% Nan-fibrous (other) 10% Chrysotile
0405080520063 PASSAGE Fbrous 20% Glass
Heterogenaous
0051005004 2-29-0-€ GrayW hite 35% Collkse 20% Non-fiorous (othar) 15% Chrysotie
£40500852-0006 EMERGENCY Fibrous 0% Min, Wool
DIESEL Heatogenaous
D051005005 2:32:2:L. Tan/White/Green 40% Celulase 20% Nonfibrous {othet) 10% Chrysotile
(40B08452.0005 BERTHING Fibrous 30% WNin. Wael
Hataraganeous
DO51008006 0202-Q HCFF  TanWhite 30% Ceflilsse 15% Non-fibraus (ather) 18% Chrysctlle
0405088590008 STATION #1 Fbrous 40% Min, Wool
Hoterageneous
-
D054005007 %ﬁ%}.}“” Green/Blue 35% Ceflulose 45% Non-fibrous (other) 20% Amosite
uamcaRs0 0007 BERTHING i B
-"} Q f:'l B
Analysi(s) Lggpte—r -"-"-*"’-‘?"v“‘;
Etica Valert (40) Stephan Siegél, CiH
Wi DiBeiia (68) ar other appraved signatory
The to Moghicaiion (miistiong nherent b;lé\ﬁufoﬁnh?&m dimenmions bAIOW the résalution crpabiity 5 < 1% Of None

delacled may requira addrianal teelng
witien spproval of

Annlysis

PLM-1

aprasa EMSL Anahtica, he. EMEL's Nkl
Iimitations, htepretation and use of (6%t ramuita AMR It reepons

EMSL W aaimont VAR 2101048-01, NY ELAP 10873

ol PLM may net ba detacted. samg:s repoten)
aniitlea, The above byst report relates onlyta the damn tested and may net bo repreduced 'n any [orm without the
18 mited to th cost of analyss, EMSL bears 1o ronparmibitty for Bample eallcetien actition or analytiesl methed
Mty of the cliart. Tha test yeaulle comained wihin thip report meat thet reguimments of NELAG urlash athanimanoted.




From: 8568581188  To: Josié Page: 3121 Date: ©/26/2005 10:22:03 AM
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g, iB86) O3 SR PO
mukmmvum&mm O R A e e o

Atn: Mijke Derchak

Gustomet 1D: GLOBSO

Global Associates Cuetomer PO: 05-732

Naval Business Center Received: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA 19112-5095
Fax (215) 897-5625 Phone:  (215) 897-6755 EMSL Prof: EX.FORREGTAL (AVTSS)
Project EX-FORRESTAL(AVT-5) Anaysis Dats:  5/25/2005

' Repon Date! 9/26/2005

Asbestos Analysis of Butk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Non-Asbestes Ashestos
Sample Lotation Appoarance % Fbrous % Nen-Flbroua % Type
051005008 2.302-LHEAD  Whis 80% Glass 20% Non-fibrous (ather) Nohe Detected
M0508652-0008 Fibrous
Heterageneous
D051005009 2-48-0-,, CREW Tan/W hita/Red 40% Glass 10% Non-fibrovs {othar) Nane Datected
0405088520009 MESS BOMB Fibrous 50% Min, Wool
ASSY Heterogeneous
51005010 2.44-41 CREWS White 5% Synthetic 75% Non-fibrous (ather) None Detected
108088520010 HEAD Fibreus
Hataraganeaus
pO51005011 4508-AADIV  White/Red 35¢% Glase 359 Non-fibrous {cther) None Detected
7405088520011 STRM Fibrous 30% Synthetic
Heteraganecus
DO510605012 2-643-L Brown/Gray 40% Celilose 40% Non-fibrous (othar) 40% Amosite
040508852-0012 PASSAGE Fibrous
Hateroganecus
D051005013 35831 CREWS Gray 25% Callulose 35% Non-fibrous {othet) 25% Amosite
040508852.0013 BERTHING Fibrous 15% Chrysatile
Heterogeneous
D051005014 %Ig;?l.‘lliNG Gry 70% Non-fibrous (ather) 25% Amosite
0405088520014 Fibrous 5% Chryeotile
AGCESS Heterogeneous
0051005015 2.84.1.0 SWBD Tan/W hita/Black 20% Glass 25% Non-fibrous {cthar) 15% Chrysotile
O40508862.0015 AM #31 Fibrous 40% Min. Weol
Hetarnganeaus
g )
Analystis) ARt Baagut
Enice Valent (40) Stephan Siegel, CIH
Wil DiBella (68) or other approved signatory
[ Pusto magnifcstion WA, sgbest PberahdlnomlombelutMma!m!mmLumuyndmddoﬂu o ropared 9 <1 Of none detecisd

fon limitationg nharent in P Sam
ay roqure additionsl 1esting by TEMto conirm gibentoanuantition Tha abown test report relsleg only to tho iame tentad and maynict barupoﬁcsd i any form wWithowt tha aqrem
Aiten aporoval of EMSL Analytieal, ine. EMSL's llabiilty 8 Himiad 19 ha eost ol analyets, EMSL besrane reaporaibiity for asmple collestion actViles or analytical mathad Iimitations,
and use of last rasulta srethe remponalilily of tha diert, The \est roauite contained within thia repart meet the requirements of NELAG unleas aiherwige noted.
Analysia pertermad by EMSL Weetmert NVLAP 2101048-0). NY BLAP 10877 .

PLM-1




From: 8568581189 To: Josle Page: 4121 Date: 9/26/2005 10:22:04 AM

erasi, Aoebyilost, v
2y WA . AR, 10 C LN

S, 2588 O3l AIND R, DEaatectiid
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5 oD 20l

At Mike Derchak CustomeriD:  GLOBSO

Global Associates Customer PO: 08732

Naval Business Center Recaived: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadeiphla, PA 19112-5095
Fax  (215)807-5625 Phone: (215) 897-6755 EMSL Pra; EX.FORRESTAL (AVTS9)
Project EX-FORRESTAL(AVT-59) Analysis Date: £/25/2005

Report Date: 9/26/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
: Non-Asbestoe Asbestos
iSemple Location Appaerance % Flbrous % Non-Fibreus % Type
i D051005016 575850 STRM  Brown/Tan/Yellow 20% Cellulbse 384, Non-fibrous (ethet) 15% Chryaotile
| 0405088520016 Fibrous 30% Min Wool
: Hetarogenaous
 DOB1005017 ».67-3LMED  TanWhie 20% Glass 20% Non-fibrous {other) 20% Chrysotile
| aansaeesz-0017 LAB Fibrous 40% Nin. Wool
i Heterogeneous
51005018 £.100-1-LEAR &  Brown/Gray 20% Callulose 10% Non-fibrous (cther) 15% Chrysotile
0405088520018 EYE EXAM Fibrous 20% Glass
Heterogenecus 35% Min. Wool
051005018 7.97-00-E AUX#?  WhiteRedellow  35% Glass 20% Non-fibrous (cther) None Datected
0405080828019 UPPER LEVEL  Fibrous 45% Min Wool
Haterogeneous
D051005020 7.07-01-EAUX#1  Tan 56% Glass 258, Nonfibrous (cther) None Detacted
(408084520020 LOWERLEVEL  Fibrous 20% Min, Weol
Haternganeous
DO 1008021 567-2-E 42 Tan/Green 40% Glase 25% Nan-fibrous (cther) None Batacted
0405088520021 SWITCHBOARD  Fbrous 55% Min. Wecl
ROOM Hetarogansous
D051005022 3.104-4-Q Brown 20% Celllose 20% Nor-fiorous {other) 15% Chrysotile
04050852:0022 CAMERA REPAIR  Fibrous 45% Min Wool
Helatogeneous
ra) . - 'n = .
Analyst(s) .,s-'-'-'ﬁ'?f‘—.---' -2—"4‘*.?“’#{
Erica Valont (40) Staphen Siegel, CH
Wit DiBlefia (68) or ather approved signatory

T Dun to magnification Jimitations nharsrt in PLM, Saes0s fibars m oimenslona HEIOW tha retaidion capsbilty of PLM mey nct be detected. Sa z
may require addiionel tenting by TEM to confirm gobesios quariities. The shiove lext report relates aniy to lenomsmag :nd My not bg m ::dfrm;h‘;mut“ &73;?:‘:"
appraval of EMSL Anghieal, Inc, EMSL's Nabiity Is limited totha coat at analyels. EMSL bearano rqeponaibity lor aampla collection scivties e analyticsl mathod limiations.

. ritten
terpratation and uge af 1ot results are the responalblky of the cllant, The tast regults cortained witin this repart fmoal e requirementa of NELAC unlesg otherwise noted.
Yo porftrmiod EME, Waaimart (HVLAP #101048-00, NY ELAR 10672

PLM-1 i




From: 8568581188 To: Josie Page; 521

. " oy 38
RIS Analyion:, i,

W IR Mot TRNEANYT, tnd G

Date: 8/2612005 10:22:04 AM

Am: Mike Derchak Customer ID: GLOBSO

Global Associates Customer PO:  05:732

Naval Business Center Received: 05/24105 4:31 FM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Phlladelphia, PA 191 12-5085
Fac ~ (215)887-8625 Phone:  (215) 897-6755 EMSL Prof EX.FORRESTAL (AVTS9)
Project: EX-FORRESTAL(AVT-G9) Ansiysis Date: £/55/2005

Report Date: 9/26/200%

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscapy
Non-Asbastos Agbostos
Sanple Locetion Appearsnco % Flbrous % Non-Fibrous % Type
D08§1005022 7.406-0-EMMR  White/Rad 25% Cellulose 40% Non-fibrous (sther) None Detectad
060508652002 # UPPERLEVEL  Fibrous 3% Glass
Hetarogenaolis
D051005024 7106-0-EMMR  WhiteRed(Yellow ~ 40% Glase 20% Non-fibraus (ether) None Detectad
0405068520004 #1 LOWER Fibraus 40% Min, Wool
LEVEL Heterogeneous
Josmosoas 7-119:0.E TaniRed 25% Ceihulose 30% Non-fibrous (other) None Detectad
0405068520025 MMR#4 UPPER  Fibrous 45% Min, Wool
LEVEL Heterogoneaus
D051005026 7118.0EMMR  TanRed 20% Calluloze 90% No-fibrous (other) None Detested
040508058-0028 #4 LOWER Fibrous 50% Glass
D051005027 v.120-0-E #3 AUX White 30% Celiuiose 70% Non-fibrous {ther) Nene Detected
D40508652-00F Fibrous
Heterogensous
D051005028 7132-0-E #2 AUX  TanRed 30% Glass 70% Nor-fibrous (othar) Nore Datected
040508852-0028 Fibrous
Heterogeneous
051005029 #141-2.E SWRD  White/Yeliow 85% Glass 25% Non-fibrous {other) None Detected
040508852002 RM #7 Fibrous 40% Min. Weol
Hetarogeneous
0051005030 7-141-0-E MMR#  White/Red 25% Callulose 25% Non-fibrous (cther) None Detacted
040508852-000 2 U/L Pibrous 50% Glass
Heterogeneous
& P x i
Analyst(s) P i i
Erica Valont (40) Stephen Siegel, CiH
Wil DiBeka (68) or othey approved signatory

DBue to magnitcation Iimitations Inherert ia PLM, asbogten Fibere Tn dimenseions below the reselutien capabiity of PLM mey not bacq'aé ed. Sam

rmay raqurs additions test TEM to confim sebemog quaniiies T
an approve! of

& tbovo tost raport relates only 10 1he leme loaled and may nit ba tepr
EMg1_ Anatyticel, e E£MSL'2 Nlebiity 18 imitod to the cont of anglynls, EMSL besrsno respanasilly fec nample collegtion aiviles or analytical mather lemitationa.

ovel
retation end uee of test results arethe responaibiity of the cliert. The Yot results contained within thie report mank the requiremerts ol NELAG ufilea atharwige noted,
Anpivata partermed by BMGL W VLAP #101048-05, NY ELAP 10872
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Am: Mike Derchak

Customer 1D: GLOBSO

Global Assoclates Custamer PO: 05-732

Naval Business Center Received: 05/24/05 4:31 PM

4701 S. 16th Street, Bidg. 545 EMSL, Ordet: 040508052

Philadelphia, PA 19112-5095
Fax  (215)897-5625 Phone:  (215) 897-8755 EMSL Proi EX.FORRESTAL (AVTS9)
Project: EX-FORRESTAL(AVT-39) Analysie Date: 5/05/2005

Raport Date;, £/26/2005

Asbestos Analysis of Bulk Materlals via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Noy-Agbesios Asbestor
Sample Location Appesrance % Florous %, Non-Flbrous % Type
1051005031 7-141-0-E MMR#  White/Red 20% Celluiose 25% Non-fibrous (ather) None Detected
0405008520031 2 L/L Fibrous 55% Glass
Heterogensous
1051005032 2137-1-Q HCEF  RedMellow 40% Celtulose 10% Nan-fibtous {other) None Datectad
105000520002 Fibrous 0% Glass
Heteraganeous
'Doswosoaa 2145-4-QFAN  Tan/Yellow 20% Glass 20% Non-fibrous (ether) Name Detected
(0405088580033 ROOM Fbrous 50% Min. Wool
Hetaraganeous
£051005034 2167-4-Q Brown/Tan 20% Celvlose 70% Non-fibrous {cther) 10% Chryaotle
0405008520034 Maint Contx Fbrous
Office Heterogeneous
1051005035 300721 GrayTan 705 Non-fibrous {cther) 20% Amashte
MOS08852.0035 BERTHING Fibrous 10% Chrysotile
Heterageneous
D051005036 1-86.5-A Tan/W hite/Red 10% Celiulose 20% Non-fibrous (cther) Nare Detected
0405088520038 SECURITY STRM  Fibrous %% Giass
Hetetogsneous 45% Min. Wool
D051005037 1-69-2-L Gray/\W hite 65% Nonfibrous {cther) 20% Amosite
MOSI0520037 PASSAGE fFibrous 15% Chrysotie
Heterogoneous
Ca i S
Analystis) ARptenns Daagid
Erica Valort (40) Stephan Siegel, CIH
Wil DiBefia (68) or other approved signatory
S hindh oo by T8 danPr e e B 2 Yom g i T 0 WAL O 08

wiitten approval of EMSL Angiyhics, e, EMEL's lisbiity 18 [imited 1o the cost of Analypla, EMSL baara no raspanpioliy for aampia coliaction activkiss or analytieal mathod limitationa.

Interpretation snd use of Leat casultt Arb tha responsibilty of the cilenl. Tha tett rasuits contained wihin Ik taport mee the requiraments of NELAG unlens atherwise noted.
Analysix porlermed by EMSL Wesiont P #104045-0), NIY ELAP 10872
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amn: Mike Derchak

Custamer 1D: GLOBSO

Global Associates Coctomer PO 05-732

Naval Business Center Received: 05/24/05 4:31 PM

4701 S. 16th Street, Bidg. 545 EMSL Ordar: 040508852

Philadelphia, PA 18112-5095
Fax  (215)897-5625 Phone; (215) 897-6755 EMSL Prop EX.FORRESTAL (AVT50)
Projsct B(-FORHESTN.(AW-SQ Analysis Dats: 5/D5/2005

Report Dae: 92612009

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Non-Asbestos Asbeslos,
Sample Location Appearance % Fibrous % Non-Florous % Type
D051005038 0-197-2-Q W hite/Yellow 45% Min. Wool 30% Non-fibrous (cther) 25% Chrysotie
(M0508452.0038 STEAMHEAT  FAbrout
SHOP Heteroganecus
0051005039 gEﬁ*AE’EL TanWhite 70% Non-fibrovs {¢ther) 30% Chrysotile
Fibe
WSSO BERTANG  aeogonans
)0051005040 01-49-0-Q MAINT TanWhite/Red 30% Glass ool Non-fibrous {ather) 20% Chrysolile
040804252.0040 WORK CENTER  Fitwrous 30% Min. Woal
Hatataganeous
D051005041 01-119-2L GrayWhits 10% Cellulose 53% Nom-fibrous {other) 2%, Amoslte
40508852.0041 PASSAGE Fibrous 20% Glass 5% Chrysctile
Heteroganaous
0051005042 02-12-2-APMS  Gray 10% Caliulose 70% Non-fibrous (othet) 20% Amoslite
0405088520042 OFFICE Fibrous
Heteragenaous
DO51005043 02.21.1-L STATE  Vadous 15% Callulose 5% Non-fibrous (othes) 40% Chrysatile
0405000520063 ROOM Fibrous 40% Win. Wool
Heterogenaous
DO51005044 02-38-1-Q MG Various 15% Callilose 5% Non-fibrous (othes) 40% Chrysotlle
ME508052.0044 ROOM Fibrous 40% Wit Wool
Hateroganaous
O ; o $
Analystis) P Sl
Erica Valont (40) Staphen Siegdl, CIH
Wi Dilefa (66} ar othar approved signatory

| Curto ‘magnfication limtations Tierent 1 PLW, sabostoc Nbers 1 T eneTon bRiow the reaciution capabiily of LM mey nol be detociad. Somplan rapanec &9 <1% Of nono dokaciod

; font without the exprese
EMSL"2 habilty s limied o the cost of anayaln. EMSL besrsno reBponaibity fer srmpte collaction sctMtins of mgmd"mwfw I:r\\tarbn&

am 2L Angliyiical, e
terpretetion and use of teat rasulta & the ruspanslbily oftho cllent. Tha test ratultn sortaned withn thia raport meuk the requiremerte of NELAC unlena dhorwlee noted:
Analyais pertormad by EMSL Wetlmort (NVLAP #101048:03. NY ELAE 10872

may ;'equvo :&1502: testing by TEM 1o canhm sebegippquardties. The sboveleal ropar eaten only to the tems tanied and may not be reproduced
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atn: Mike Derchak
Global Associates
Naval Business Center
4701 S. 16th Street, Bldg. 545
Philadelphia, PA 19112-5095

Fax.  (215)887-5625
Prject:  EX-FORRESTAL(AVT-69)

Phone. (215) 897-8755

To: Josie

Page: 821

Date: 8/26/2005 10:22:05 AM

20
s " msusmmmry
Customer |D: GLOBSD
Customer PO: 05-732
Raceived: 08/24/05 4:31 FM
EMSL Ordar: 040508852
EMSL Proj: EX-FORHESTAL (AVTS59)
Anslysic Date:  5/25/2005
Report Dale: £/26/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Non-Asbestos Asbestes
Semple Location Appoarance % Flbrous % Nen-Flbrous % Type
D051005045 00-48-8-L White/SiveriYello ~ 10% Cellulace 20% Nan-fibrous (cthet) None Detected
PASSAGE w 30% Glass
040508852.0045 FRAME 43-58 Fibrous 40% Min. Weol
Helerogenacus
D051005046 g%oél. Various 5% Celilose 10% Non-fibraus (ather) 20% Chrysotile
0405080520046 Fibrous 50% Glass
BERTHING Heterageneous 15% Min. Wool
0051005047 02-69-6 FAN White/Giray 60% Glass 15% Nonsfibrous (othar) 256% Crocidelite
0405008620047 ROOM Fibrous
Hetaroganaots
051005048 (2-132.2CCON  PinkWhitsiYellow  10% Callulose 40% Nan-fibrous (other) None Detected
05089520048 FLAG STATION  Fbrous 15% Glass
Heterogeneous 35% Min. Woak
D051005049 02-132-6-L White/Pink 20% Glass 65% Non-fibrous (cther) None Datected
(40500082-0040 CREWSHEAD  Fbrous 5% Synthetic
Haterageneous
D051005050 02-162-2:Q Gray 30% Glass 259 Nonefibraus (other) 30% Amosite
Heterogensous
051005051 %Lsgg&o White/Yellew 0% Glass 20% Non-fibrous (ather) Nane Datectad
0405068520051 HOOM CAT 83 E:’t:fﬁenm 50% Min. Wool
P (0 g
Analyst(s) At Lanput
Evica Valent {40) Staphan Siagel, CIH
, W# Diiefiz (68) or other approvad signatary
T Bos ta magcaion Titations inharars, i ALA, asbaston Toore T amonaions Boiow the eanlution capgbily of PLM mey nat be ddedod. emplumm

ay require addttionet TEM 1o confien

PLM-1

80100 e\ummn Tha nbovn iRt rapa

testing by ash
on Wul of EMSL Anaiytica), ne. EMSL's lisblity \allrmited ta lhe cost of analysis, EMSL beara na resporaibiiiy for sample cofiectian sctivitlea or and
tenpret and uge of teat resuits aré the responsibiltty of tha ehant. The feat results cortaned within thin repart maet the requiraments of NELAC unlasn orwise noted.
Anglysts paricr EMSL Wesimort,

(NVLAP #4011 048-0). NY ELAP 10872
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A Mike Derchak CustomerlD;  GLOBSD

Global Associates Customer PO;  05-732

Naval Business Center Received: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL, Order: 040508852

Philadelphia, PA 1911 2-5095
Fax: 215) $97-5625 Phena: (215) 297.8755 EMSL Proi EX.FORRESTAL { AVTS0)
Project EX-FORRESTAL(AVT-59) anaieis Dater 2512005

Report Date: 2A/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Non-Asbeatns Asbestos
Sample Locstion Appesrance % Florous % Non-Flbrous % Typo
D051005052 03-162-¥10-Q White 509 WNon-fibrous {other) 40°% Crocidolits
ME506052-0052 FAN ROOM Fibraus
Heterogeneous
D051003053 02-172-3-L Various a0% Glass 40% Nor-fibrous (ather) None Datected
040500852-0053 PASSAGE Fibrous 30% Min. Wool
Helerogeneous
51005054 02-202-2:L Gray/W hite 80% Nan-fibrous (other) 10% Amosiw
0405088620054 PASSAGE Fibrous 30% Chrysotle
Heteroganaous
DO51005055 03.98.L Various 20% Glase 40% Non-fibrous (ather) Nene Detected
040508852-0055 PASSAGE FRAM  Fibrous 40% Min, Wool
12 Hetaroganeous
D051005056 08-50-2-L W hite/ellow 30% Glass 30% Non-flbrous (other) None Datected
(405088590050 PASSAGE Fibrous 40% Nin. Wool
Haterogeneous
D051005057 08-97-1-L STATE  White/Yellow 30% Min. Weol 20% Non-fibrous (other) §0% Chrysoctile
040500852-0057 ROOM Fibrous
Heterogenecus
D0S1005058 08-44-7-L W hita/Pirk 20% Glass 70% Non-fibrous {other) None Detected
(40506852005 PASSAGE FR 44-  Fibrous 10% Synhetic
® Heterogeneous
D0O51005059 02-9-2-Q FAN Gray 30% Min. Wool 30% Non-fibreus (ather) 30%, Amosite
040508852.0050 ROOM Fibtous . 10% Chrysotile
Heterogeneous
s e
Analyei(s) ‘,?}'13‘@&.— .&&-'c-f'!.-'f
Enca Volort (40) Stephen Siegd, CIH
Wil DiBelis (66} or other approved signatery
WW'W'WWWTMW epanify o PLM My nk bo deected. or raparted 50 < 1% Of NONG dtatind

on approvel of EMRL Andytical, lnc. EMSL's labllty ' fimited to the cost of analysts. EMSL bearano reeporuiblity for sample collection aciiviten or anatyticel mathed fimitation
tmretation and use af test Tasiits are Ihs rasponsinity of the cllent, Theteal reaulla contained within this repert maét the ruqupt'ameﬁn of NEAAC unlgas ctherwige notod, *

mey require addtional tostv by TEM to confinn asbestod Lamities, The cbitva teat mpot reiales only lo1he tamna teated and may et bo repr n gnyfom witheut tha axpraas
| Analyain porlormed &y ENSL Woatmoa INVEAR #101048.0), NV ELAP 10872
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Atn: Mike Derchak

Gustomer ID: GLOB50

Global Assoclates Customer PO: 05732

Naval Business Center Received: 062405 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA 1811 2-5095
Fax ~ (215)897-5625 Phone:  (215) 897-6755 EMSL Pro: EX.FORRESTAL (AVTES)
Proect  EX-FORRESTAL(AVT-55) Avalysis Date; 52572008

Report Date: 9/26/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Non:-Ashestos Asboatos
Semple Locotlon Appesrance % Fibrous % Non-Flbrous % Type
D051005060 03-74-10-Q cat Gray 30% Min. Woal 30% Non-fibreus (ather) 20% Amosite
040508852-0060 $HOP Fibraus 10% Chrysotile
Helerogeneals
051005061 03-64-5-QCAT  Various 5% Min. Wool 0% Non-fibraus {ether) Norve Detected
(405088520081 MACH ROOM Fibrous 5% Synthetic
Hetarogeneous
‘)osmosoez 08-84-2-Q Various 30% Glass 20% Non-fibrous (other) None Detected
MOS08852-0062 CAPT'S GALLEY  Fibrous 40% Min. Weel
Haoterogenegus
D051005063 03-119:8-L W hite/Yellow 40% Min, Wool 30% Non-fibrous |ather) 30% Chrysotile
0405088520063 STATE ROCM Rbrous
Heterogeneous
D051005084 03.114-4-L White 70% Non-fibrous {othet) 30% Chrysotile
040508052.0084 PASSAGE FR Fibrous
114-115 Heterogenemus
051005085 03-135-2-L Yellow/W hite 30% Min. Wool 20% Non-fibrous (other) 50% Chysofile
orES0s03-00% STATEROOM  Fbrous
Heterogensous
D051005086 03-177.7-Q White 40% Min Wool 20% Non-fibrous {ather) 40% OChrysofile
pivsie GEARLOCKER  Rbraus
HatamgeneoLss
DO51005087 03-187-0-L Brown/W hite §0% MNon-fibraus (other) 40% Chrysotile
040508852.0087 CREWSBERTH  mibreus
Heterogeneous
o L)
i oo o F
Analysi(s) Al'ﬁé&‘—' -6‘.‘»-&;4\3.-.:.-;
Erics Valant (40) Stephen Siegel, CIH
WA DiBolla (68) or ather appraved signatory
Talions MARTEN 1 PLM, asbastan Absra it Trinolons betow the reaciutian capabillly of PLM may ot b detocted. Samples roporid 8B <1% oF none detaciad
tra addi toxt TEM firm cobaato: i “Th
iy reque B i, e, EISLe somos auariion e e L, a0 mmm&mmﬁ: i et

parpratatien and une &t tast régutia ere the responeibiiity of iho elient, The teat reuita eoninhas within thia feport madk the requiremente of NELAC inless atherwieo notod.
lormed by EMBL Wealmont #101048-D), NY ELAP 10872
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At Mike Derchak

Customer 1D: GLOBSO

Global Assoclates Customer PO; 05-732

Naval Business Center Received: 0524/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA1 9112-5095
Fax: (215) 897-5625 Phone: (215) 897-6755 EMSL Proi EX FORRESTAL (AVTS9)
Project EXFORRESTAL(AVT-5%) Analysis Date:  5/25/2005

Raport Date: 9126/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/118 Methad using Polarized

f Duate muiqmunm Tinilaliens nherent in PLIA, anbares Hﬁ Tn cXmenniona balew the feabhution e;sbl\m'd PLM may nat ba dolactad, Sampies reported aa «1% of ‘nona detrciad
@ aady! g only to
tmited to the cost of analyait.

ay ten

PLM-1

\anel kesting by TEM to confim esbestod

¢ axpress

o o EMBL Anditical, lnc, EML’s liablity ls EMSL bears no regponoidliity for pem @ collaction agiitiea or anafylicet othod lmtation

tarprotaion and uao of L6k rxduild dré tha responsiblity of the client. Tho teet reauits cortained within thie ra':rt meg the rnqnﬁmem of NELAG unieas dr:;r:; noted, *
Andlysld EmB1, Wegmort AP #101048-0}, NY ELAP 10872

toms testrd and may not be 1 cod I any farm without the

Light Microscopy
Nons Aabestos
Samplo Location Appaarance %, Flbrous % Non-Fibrous % Type
D051005068 03-197-0-L Brown/White 50% Non-fibrous {other) 60% Chrysotlle
0405088520068 READY ROOM Fibrous
Heteroganaous
0051005069 03-217-3QAG  Varfous 20% Glass 30% Nen-fibmus (other) None Detected
M050852.0008 LOUNGE Fibrous 40% Min, Wool
Heterogenoous
J)051005070 03-227-1-Q Gray 47% Non-fibteus (otter) 50% Amosie
040088520070 MAINT OFFICE  Fitwous % Chysothe
Hotarogandous
DO51005071 gslig)s}"élé GrayBroan 45% Nonfibrous {other) 50% Amosito
Rbrou
0405088520071 FRAME 201244  [iater osge e 5% Chrysotile
DO51008072 ?ﬁze%g'l' Varicus 0% Glass 20% Non-fibrous (ather) None Detected
240508852.0079 BEATHING ‘;l-':tr:’:ge o 40% Min, Wool
DO51005073 oaA-SmS?ﬁ;glli-FR Gray/Brown 20% Ceilulose 10% Non-fibrous (other) 30% Amosite
P Fibrous
(405088520073 40% Chrysotlle
222-228 Heterogeneous i
DO51005074 04-138-1-Q Vanions 40% Min. Weal 10% Non-fibrows (othes) 50% Chrysotile
040800852-0074 CRASH & Fibrous
SALVAGE Heteroganeous
DO51005075 08-123-1-L CAPY  Various 40% Glass 60% Non-fibrous (other) Nene Detectad
(405088520075 PASSAGE Fibreus
Heteroganaous
“~ . L
Analyst(s) Hbtghome Sidsaged
Erica Valont (40) Stephen Siegal, CIH
Wi DiBeda (68) of ather approved signatory
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Atn: Mike Derchak

Customer 1D: GLOB50

Global Associates Customer PO: 05-732

Naval Business Cernter Heceived: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA 191 12-5095
Fax: (215) 8975625 Phone, (215) 897-8755 EMSL Proi EX FORRESTAL (AVTS)
Projact EX-FORRESTAL(AVT-58) Anzlysis Date: 5125/2005

Repont Date: 9/26/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-03/116 Method using Polarized

Light Microscopy
Noty-Agbestog Aghestas
Semple Locatlon Appearance % Fibrous % NonFlbrous % Type
D051005078 07-114-1-C FLAG  Various 80% Glass 10% Non-fibrous (cther) None Detectad
040508858-0076 PILOT Fbeous 30% Min. Wool
Haterogeneaus
D0S1005077 06-116-1-QFAN  Various 40% Glass 60% Non-fibreuss (cther) None Detactad
(05080520077 %&‘EMDAR Fibtous
Hetsrogeneous
051005078 0o-124-2-L Various a0% Glags 20% Non-fibtouss (cther) Nane Detected
0405068520075 CREWSHEAD  Fibmus 40% Nin, Wool
HetaroganaoLs
D0S1005079 09-126-1-L W hite/Pink 80% Glass 20% Nomfibrous (othsr) None Detested
P40508860 007D SIGNAL Fibrous
SHELTER Hatarogeneous
0051005080 08-121.3C Gray 40% Min. Woal 16% Non-fibrous {cther) 40% Amosite
48088520080 CHARTHOUSE  Fibrous 10% Chrysotla
Hetarogeneous
D051005081 05.24-0-CMAIN  Yellow/W hite 40% Glass 20% Non-fiblous (cther) None Detected
405088500081 COMM Fibious 40% Min, Wool
Heterogensous
D051005082 02.197-2.Q GrayMW hite 30% Min. Wool 10% Non-fibrous (other) 20% Amosite
(a500852-0062 WORKSHOP  Fibrous 0% Chrysotlle
Heterogenacus
D051005083 g&&g&m Gray!W hite 20% Glass 10% Non-fibrous (other) 20% Amostie
0605092520080 132137 Hﬁgeo:“osge oous 10% Min, Wool 30% Chryactile
:0'\‘.h . "-! K] 5
Analyst(s) 4’?‘.@«{:._—- .&Ag,i;vxx‘!
Enica Valert (40) Stephen Siegel, CIH
Wil DiSefa (65) or ather approved signatory

M dnles—
l Duo Lo magnicafion ilmitationa vinerert In LIV, asbotion (bars In dimenaione Beiow tha rasciution CABADHLY of PLM ct be detectod. - atacted
mmdm arkdiiongl tegting by TEM te confim anbegios quantiiea. The ebave tmst rapart relaten only to th‘!\mm to: :nd may not be r:;m::;m:h \:mfm"g:gunu

of £MS!, Analytical. nc. EMSL's Itabity Ja llmited tothe cost of anolynta. BRSL bonrs no roapannibiity for aample eoilaction agtivih alytical
berpretation and udo of laal ramata srethe reapontibliky of the client, The lesi remAta eontalined witin this report meglhe mulrromem o Naucﬁﬁ"«fmé"mm‘m
Anolysi parformad By EMEI Wasmort DAVLAB #101048.03, NY ELAP 10872
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Atn: Mike Derchak Custamer 10: GLOBSO

Global Assoclates Customer PO: 05-732

Naval Business Center Received: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA 19112-5005
Fax; (215) $97-5625 Phone.  (215) 897-6755 EMSL Prof EX.FORRESTAL (AVTS9)
Projoct  EX-FORRESTALAVT-S5) Anlysis Date:  /25/2005

Repont Data: 26/2008

Asbestos Analysis of Bulk Matetials via EPA 600/R-93/116 Method using Polarized

Light Microscopy
Non- g Asbostos
Sample Location Appesrancoe % Flbrous % Non-Fiorsus % Type
D051005084 4.222-6-Q White/Yellow 30% Min, Woal 10% Non-fibrous (other) 60% Chrysotile
ofs0p52-0084 DISBURSING  Fibrous
Hetatageneous
051005085 2-208-2-L White/Brown $0% Non-fibrous {ather) 40% Chrysatlle
2405008520085 HEATER ROCM  Rbrous
Hateroganeous
}051005086 2.191-2-Q MESS Brawn/W hita/Yello 20% Glass 15% Non-fibrous (cther) 18% Chryscile
' TREASURY w 50% Min., Wool
040508652-0086 OFFICE fibrous
Heteroganeous
DO51005087 2.162:2.-Q 3M Various 409, Glass 20% Non-fibrous {ather) Nona Detoctad
0405088520007 OFFICE Fibrous 40% Min. Woel
Heterogeneous
D051005088 2.1621-L Brown/White 20% Min, Wool 10% Non-fibrous {uthe 70% Chrysatl
0405088592088 GALLEY OFFICE  Fibrous aen °
Heteregeneous
051005088 314t.8-L Various 2% Glass 20% Non-fbrous (other) None Detected
0483068520089 FEMALE HEAD  Fbrous 50% Min. Wool
Hatarogansous
D051005090 %éﬁ’T}\t Gray/Brown 30% Min. Wool 20% Non-fibrous (cther) 30% Amosite
0405088500090 BERTHING Fibrous 20% Chrysotile
Andlyst(s) P47 Bz
Ernica Valant (40} $Stephen Siegel, CIM
Wis DiBeke (68) or ather approver signatory

‘ Oue 1o magniicetion i naLana Wherod In PLM ‘asbestos fibere 1n dimanaiona batow the fesolution m: 'ny' o PLM may be" —.aga_ -s.;' e m—"——m q“pm" m"—_
“ :n [ . of Eﬁé&. Malyn;rm hhco EMSL's abity lal‘mlh;it the cost of analyain. EMERL bg::g i et i ot h:! "1'“ ik he -

Lk I , ng, i o the coat of analyala. no ranpormibilty for sampia aoliac)

#mmuwn and use of 1622 nyita ste the responeibiity ef ther dllert, The test rasuita cortaned within thia nwwrmo]g the requ'gcngm &m New| Awgnmrrmmummuwled“m:‘mmd s

Analynia pariarmed by EMSL Weatmort P 140104600, NY ELAP 10872
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amn: Mike Derchak CustomeriD;:  GLOBSD

Global Assoclates Gustomar PO: 05-732

Naval Business Center Receivad: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadelphia, PA 19112-5095 -
Fax {&15) 897-5625 Phone:  (215) 897.6755 EMSL Froi: EX-FORRESTAL { AVTS9)
Project  EX-FORRESTAL(AVT-59) Aralyss Dotec /2612005

Report Date: 9/26/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-83/116 Method using Polarized

Light Microscopy
Non-Asbesios, Asbestos
Sample Locatlon Appoaarance % Fibrous % Non-Flbroua % Type
051005091 1-154.2-L Various 30% Glass 20% Nom-fibrous {other) 40% Chrysotile
0405008520001 PAGBAGE Fbrous 10% Min. Wool
Heteragensaus
0051005092 7454-0-E MMR  White/Pink 40% Glass 50% Non-fibrous {ther) None Datacted
(40508850002 # UPPERLEVEL  Fibrous 10% Synthetic
Heterogeneous
~D051005093 7-154-0-EMMR  White/Brown 40% Glass 50% Nomfibrous (other) Nane Detocted
¥ D pnsagas.0083 ”“,-OWER Fibrous 10% Synthatic
LEVEL Hatoroganeous
DO51005004 n-177-2L Various 10% Glass 40% Non-fibrous (other) 2% Chrysotile
040500852.0004 PASSAGE FR Fibreus 20% Min Wool
DO51005095 01.182-20R-  Various 40% Glass 10% Non-fibraus {other) Nohe Detected
040S00852.0005 DIV OFFICE Fibrous 50% Min Woel
Hetarogeneous
051205098 01-58-3-0 White 90% Glass 10% Non-fibrous {ather) None Datected
05088520090 PERSONAL Fibrous
OFFICE Hetorogenieove
D051305097 01-39-0-L Brown/W hite 10% Cellulose 20% Nonfibrous {ather) 40% Chrysotile
(0508857-0057 FEMALE Flbrous 30% Min. Wool
BERTHING Heteroganeots
Y . v v
Analysi{s) L &.&qm’
Erica Valent (40) Stephen Siegel, CIH
Wi DiSela (68) or ather appraved signatery

T"Due 1o mognilicefion limitatinng Inharert 1A PLM, Saho R b878 1 d¥MafBlona below the fesoiution capsbility of PLM < Coggeded. Samplan reported ortod 65 < 1% a gecied |
oy raques acin e by TEW 1o ot nsbeetos cuartties. T soue et rapor rlee oriy 101me Rarm legtet and S et b reprCcued 1 O L s orare
witten ovel of Anaiytical, me. EMSL's labity o fimited Lo tha cosl of analye's. EMSL basrs no reaporabitity for semple collecton activitiea of analytics! method fimiations.

; EMEL
“wtiternierprotetion and uaa &f tast Teguils ars the peaponsiblity of the clienl. Tha teat reuulia cortaned within thia repent mogt the requirements of NELAG unisaa etharwise noled.

I Anslydls wamd by EMSL Wesimert INVLAP #101048-0) BV ELAP 10872
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Am: Mike Derchak Customet!D;  GLOBSO

Global Associates Customer PO: 05-732

Naval Business Center Recaived: 05/24/05 4:31 PM

4701 S. 16th Street, Bldg. 545 EMSL Order: 040508852

Philadeiphla, PA 19112-5095
Fax  (215)897-5625 Phone: (215) 897-6755 EMSL Proj EX FORRESTAL (AVTSS)
Project  EX-FORRESTAL(AVT-56) Analysis Date:  5/25/2005

Repart Date: /262005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized

o A el A —
"Dua lo magaineatien tnlistions Inharent in PLM, 22500l 03 s Int GHMANEloNa belew tha regolution capsblidy of PLM may nel bedaacied, Samplas raporod At 21% of none detacied

oy requira addtiong! teat TEM to confim sabealos quantties The chova fast repor relates only to tha her
ool me, EMSL o ity o by toiha karg Leated ol ey ot 19 repe
retation snel Lne of tost mautts arethe reapanslyity of

Annlyais poriormod by EMSL Weatm

#ﬁ?“’""‘”

PLM-1

Imited to the coBt of anelysi EMSL bears no reapormbiiity for sampie callection activitos of eal fimitations.
tha cliert, The teat raatdis eantained within thia rm mag the requp\mm; of NELAC un|mn:é\wmwl£ Onti& o

ont mﬁﬂmmﬂ.m ELAP 10872

Light Microscopy
Non-Asbostos Asbestos
Somple Locstion Appesrance % Fibrous % Non-Flbrous % Type
0051305096 %Néﬁg-g GrayW hite 10% Celiulose 10% Non-fibrous (ather) 30% Amosite
fib i
(105088520098 WINDLASS FR t emrwoséa 30% Min. Woal 20% Chrysotile
158.21
D051305099 01:50:Q Browr/W hita 30% Celutose 10% Non-fibrous (ather) 30% Chrysotile
405058520000 CAPSTAN MACH  Fibrous 30% Min. Wool
ROOM Heterogensous
Jofosmswo 01-232QFAN  Various 30% Glass 40% Non-fibrous (gther) Nono Detected
0405008520100 ROOM Fibrous 30% Min, Wool
Heteragsneous
0051305101 0-64.2Q%-2  Whita/Vellow §0% Glass 10% Non-fibrous (ather) Notio Detected
0405083520181 DIVISION Fibrous 30% Min, Wool
OFFICE Heterogenaous
D051305102 01-19-1-L Brown/White 70% WNon-fibrous {ather) 30% Chyysotile
040508857.0100 PASSAGEWAY  Fibrous
Heterogeneous
D051305102 2-159-1-Q Various 0% Glass 10% Non-fibrous {ather) None Detected
0405088520103 Fibrous 50% Min. Woal
Heterogenaous
0051305104 2245.1-L Gray/W hite 30% Min. Wool 48% Non-fibrous (athar) 20% Amoslte
040508852-0104 Fibrous 2% Chrysotie
Halarogeneolls
S oty
Analyst(s) A,__?;,'L_.___, Saagnd
Erica Vafant (40} Stephen Slegel, CIH
Wi#f Diiefa (66) or other epproved signatory

cad \r any form without the oxprosn
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Atn: Mike Derchak

Customat 1D:
Global Associates Gustomat FO:
Naval Business Center Recsived:
4701 S. 16th Street, Bidg. 545 EMSL Order:
Philadelphla, PA 19112-5085
Fax: (215) 897-5625 Bhone. (215) 897-6755 EMSL Prok
Project EX-FORRESTAL(AVT-59) Ansiysis Dste:
Report Dile:

GLOBS0

05.732

05/24/05 4:31 PM
040508852

EX-FORRESTAL (AVT59)
§/25/2005
9/26/2005

Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using Polarized
Light Microscopy
Non-Ashestos Asbeston
Samplo Location Appecrance % Fipraus % Non-Flbrous % Type
0051305105 3-159.0-Q GrayBrownWhite  30% Min, Wool 35% Non-fibrous (ather) 20% Amesito
040508852-0105 Fibreus 7 Chrysotile
Heterogeneous
D051305106 2.241-1-L W hite/Yellow 50% Glass 10% Non-fibrous (cther) None Detected
040500852-0106 Fibrous 40% Min. Woal
Hetaroganeaus
051305107 5-208-2-Q Brawn/W hite 30% Celllose 30% Non-fibmous (other) 30% Chrysotile
0405098520107 Fibrous 0% Min, Wool :
Meteragensous
0051305108 1-138-1Q Gray/W hita 5% Callulese 15% Non-fibrous {other) 30% Amoalie
0405088520308 Fibrous 20% Glass
Hetetogeneous 30% Min. Wool
FINAL REPORT 9/28/05 SAMPLE NUMBERS CORRECT ED
N 3 st
Analyst(s) '21‘-?‘;:”# .&4;;-’&'.‘..*
Enicsr Vedont (40) Stephen Siegd, CIH
will DiBelia (68} or othar approvad signatoly
anwmnu o b6 datacted. Sampio o w <1
mﬁ?; ;‘quht :vf:\?:gsmg ’% G‘L‘E»:‘ t: e;‘ﬂg_qnm :)mmn Tho sbova tast 1epatt relalea onty taths tiems tom; 2:1:! mn;:w? e rasparm::dr?;y !::n:\:r;,h:atnﬁ {?ﬂ%n:;

totho coat of nnajysla, EMSL boara no reaponglbiity far sample collection
mm!:t%n end uaa of bast rRGURS &fe the reapontlblity of the cllenl, The teat ranute contalned within thia report ma‘g the raqnﬂromomsd N?J'gﬁﬁwmxm
Anglysla performod EMBL Weatmont NVLAP #101038 . NY ELAP 10872
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THE REPORT.






