
Date: 22 MAY 2008 Vessel: EX-JOHN F. KENNEDY (CV-67) Page: 10f7 

JFK#2 

ADDENDUM TO 

POLYCHLORINATED BIPHENYL SAMPLING AND ANALYSIS REPORT 

__________________of______________________ 

Subj: 	 PCB SAMPLING AND ANALYSIS SURVEY FOR EX~JOHN F. KENNEDY (CV~67) 

Ref: (8.) 	 COMNAVSEASYSCOM WASHINGTON DC Itr 4770 Ser OOT1248 of21 Sep 
95 (Subj: NAVSEA PCB Advisory 95-1) 

1. The following statement is provided regarding the number of samples taken as required by 
reference (a): 

20 - SAMPLES OF ELECTRICAL CABLE WERE TAKEN. 

10 SAMPLES OF VENTILATION DUCT GASKETS WERE TAKEN. 

_.::....5_ SAMPLES OF BULKHEAD INSULATION WERE TAKEN. 

10 SAMPLES OF OILS AND GREASES WERE TAKEN. 

_.=:...5_ SAMPLES OF DOUBLE-BACKED ADHESIVE TAPE WERE TAKEN. 

_.::::;...5_ SAMPLES OF ALUMINIZED PAINT WERE TAKEN. 

_.::....5_ SAMPLES OF RUBBER APPLICATIONS (LE., SHOCK MOUNTS, 
HATCH GASKETS, PIPE HANGARS,ETC.) WERE TAKEN. 

_ ....._7 	 QUALITY CONTROL SAMPLES (FIELD AND TOOL BLANKS) WERE 
TAKEN. 

2. A representative sample was taken ofeach of the applications identified above. No other 
applications meeting the criteria of reference (a) were available for sampling on board. 

ROBERT DORTON SR. SEAN WIGGINS 
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Lab Report # Page 2 of 7 
JFK#2 

Vessel: EX-JOHN F. KENNEDY (CV-67) 

ELECTRICAL CABLING SAMPLING LOG-IN SHEET 
20 Samples required) 

Smpl Smpl 

No. Time 


0840 

5-8 


0900 

5-8 

0915 

5-8 

0940 

5-8 


0955 

5-8 


1030 

5-8 


1225 

5-8 

1240 

5-8 

1250 

5-8 


1310 

5-8 

1325 

5-8 


12 ~O 

1355 

5-8 

1420 

5-8 

1435 

5-8 


1455 

5-8 


0835 

5-9 

0850 

5-9 

0910 

5-9 

0925 

5-9 


,~--............ 


Location 
(Compartment 
Name/Number) 

}:~ 4~.~::9. ... ...... ... ........... .... 

HANGER BAY 2 

1-21O-1-L 
··PA"~'~·A·GF'··'m .-~~,-~-- .........."... 

2-221-2-0 

.••__" ...",."" ,,,,••••••· ................. ""._H_ ...··•······· 


AFTREPAlR 
2-48-01-L 

PASSAGE FRAME 48-58 


2-19-2-Q 
~--""""".."..""""""""., """'~ .... 
SWITCHBOARD ROOM 

02-136-2-0 
"",_,___........ ··"","",,'''"''.....m_·...····· 


SQUAD WORK CENTER 

03-149-5-C 
,"m" ...... m'""....."' ...........______ .•..••.•.•. "'."....... .,""'"""""" .........".H""'n
"~""""" 

RADIO XMTR ROOM 
03-149-5-C 

RADIO XMTR ROOM 

03-149-9-Q 

,,"" ....m .....m • .- ..D_••..,_•••• 'm...'_........ ... ""'",,,"',,___._..... 


ELEVATOR SHAFT 
04-149-1-L 
PA~~AGFFRAMPi49~152­
05-147-1-0 
.-_..,...'.mm''"''''"..,.., ••••••••••......... , .....•.•.• _m___..............._ ......««. 


RADAR ROOM 
03-159-1-Q 
·MAINTENANCE··OFFICE-­
2-195-O-Q 

AFT GALLEY 

2-185-O-L 

,.. ••_....................................._.__....... """.__ ••••..·········__ ·..
~ ·~N''' ..... 

CREW MESS 

3-88-O-L 

BERTHING 


3-145-0-L 

HFAn 
3-162-O-Q«------_.__.....'" " 
MACHINE SHOP 
3-184-3-L 

···""""···········__·_N.......""''''''..············_·~.~ ........ 


HEAD 
5-149-4-E 
3 MMR OPER STATION 

DESCRIPTION OF CABLE 

(Size, Color, Manufacturer, MIL-SPEC, etc) 


Sample Size: 2.5 inches 

1" BLACK CONTINENTAL 

......."._.............. ""_,, __,,.."•••••m.· ......········· .... " ....... _""_~.""""... """""...~......... """....................""""...._-,,..•,," ".,,"" 


LSMHOF-14 M2464317 03UN XLPOLYO 
1" WHITE MONROE CABLE CO. INC 

T 5:FHOF-9 M24643/03-34 UN Xl .POI YO 
1" BLACK MONROE CABLE CO. INC 

--""",,,.,,.,._-,,........... ....".. """""""".."".""'''--,,~~ ... ~'''~........ . ...................................... ,,,,,....._,,_.- ..... ,............... 


LSDSGU-50 M24643115 06UN XLPOL YO *BLACK BIW CABLE SYSTEM 
M24643/3 20 UN 


W' GRAY PLASTOID CORP 
~~"""".,,_ ... _..................."""..""' .. ,.. ,.... _._m"""'___..".................., ...... ,,_,,_,,~._... .._ .._.~~ ", ...... "",.._
~ 

TSGU-3 SPL PVC 

W' GRAY PLASTOID CORP 
•••"." •.. __..".".. ..."."""",,....••••• , ......... " ___ •• _..................." ....................__"'••"m'_'" ""." •• .,.,..•••••••••• """"""" 
""""",,."""_,_~ 

DSGU-3 SPL PVC 

1 " GRAY PLASTOID CORP. 
WHOF-lO STD PVC 
12" CHESTER CABLE TPNW-5 

SPLPVCGRAY 

1" BLACK BRAND REX LS3SWU-3 

n ................._"..,,"" """""_~.~" ••••••• ""......." ..."'~"""_••••_.~.__..."'''''''''.___.. _.. .. ........... « """"""""""H__''''.""".~"""",, 


M24643/36-01UN XLPOLYO 
%" BLACK MONROE CABLE CO. INC 
'T"=~MHOF~i'o' M24~4~'/O'7"'ii2i"JN"X'T":'POT~YQ" ...,........,....,............__........ . 

1 12" GRAY CONTINENTAL 2SU-24 


........."".,,~.---.-""...,,-- ""..... ~ ....."""""'...........,"""""""- .................."""""""",.." ........._."........." ...... .. 


SPLPVC 
W' BLACK CONTINENTAL LS2U-30 
M24643/4504UO··XLPOLYO-··_············ .... 
1" WHITE MONROE CO. INC 

....... __"._.........._ ..........."'H""H«« ..................~_....., .. ",........................."." ...____ """"".."''''"'""""""''"..."".." ...................""""""".. 


LSTSGU-9 M24643/15 03UN XLPOL YO 
W' BLACK MONROE CABLE CO. INC 
lSTSGU:9M24643ii603UN-XLPOLYO 
12" BLACK BRAND REX LSTSGU-4 

"""_... , , .....~.-..............-~~-.- ............................................~"""'-........................" ....... .....-.-- ­
M24643/16 02UN XLPOL YO 

~ 

12" GRAYPIRELLI CABLE EMDSGU-4 

..,~~_"""...,._..__"""",, ········..···"""......~~ "' """"......""..__ .................................. """'''''''_
__m"~_········ 

SPLPVC 

12" BLACK BRAND REX LSTSGU-4 

M74fV1~Jl (\ 071 TN Xl .POT VO 

W'GRAYCOLLYER TSGU-14 

SPLPVC 

12" BLACK MONROE CABLE CO. INC 

LSTSGU-4 M24643/16 02UN XLPOL YO 
12" PLASTOID CORP. LSTTSU-l Y2 

...........-.~...-~ ..... ,....... .. ...........- ..............."'''..........~".""......''''''''''''............. ....................................__."'"........
~----

M24643/01UN XLPOL YO BLACK 

Cable 

Year 


1993 


2006 


1987 


1986 


1981 

__........... _ 


1975 


1979 


1980 

..... , ................"u..• ....• 


1986 


2002 


1984 


1990 


2003 


2000 


1997 


1982 

_"""_,..."" .. . 

1996 


UNK 


1995 


1988 


17 

18 

19 

20 
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JFK#2 

Vessel: EX-JOHN F. KENNEDY (CV-67) 

OIL SAMPLING LOG-IN SHEET 
(5 Samples of Oil and 5 Samples of Grease Required) 

Smpl 
No. 

21 

Smpl 
Time 

0940 
5-9 

Location DESCRIPTION OF OILS/GREASES 
(Compartment (Lube, Hydraulic Oils and/or grease and equipment retrieved 
Name/Number) from): Sample Size: 114 to 1.0 inch depth 

7-149-O-E LUBE OIL FROM EMERGENCY LUBE 

3 MMR OTT PITMP nT~rHARnF 

22 1025 
5-9 

..~~.I.??:.~_-g_ ._____._ G~~~g~~9~.?~gy!'_T9~g~l:E __.................................._._....._ 
ELEV MACH ROOM 

23 1045 
5-9 

.~~.1..?~.:O-Q __.._________ LUJ:3~9~~~9~ .. !?~L~q...~~<;!:I.~?_~_ ..................__ .......~_ 
MACHINE SHOP 

24 1250 
5-9 

_~.:..~..~?::<?:9 _..~.__ GREASE FROM WEAPONS ELEVATOR 
HANGER BAY DOOR TRACK 1-172-1 

2S 1310 
5-9 

1-12-O-Q 
..~_,.".,••• " ...m .........' ...." ••••".".""'"••""' •• , •••• " ••••••_. m ••••••••••••••••_ ••••••••••• 

ANCHOR WINLASS 
GREASE FROM CAPSTAN GEAR PORT 

• ••••• h.m••"""'_,,,,,_••••"""._.__•••••••• ..."''"" mm ..... m... • ........._"'".. 

26 1320 
5-9 

1-12-0-q ..... 
ANCHOR WINLASS 

HYDRAULIC OIL FROM ANCHOR WINLASS OIL CASE PORT 
"'" ......... _.'''''''''m'~...._'''''',,''''..,__"......... '''''''''''..__..'.~m.............._, .,., ..•••.•....••••.•••.... ~" "," .....m__."""" .....""'''''''"m..m .............. ,~~ 

27 1325 
5-9 

..1=1~::<?:9 __ .................._ ......._._.....~~y~!g ..9~~~9M_~~E ~t~~c~9~_~INLA~~) 
ANCHOR WINLASS 

28 1340 
5-9 

2-67-0-L HYDRAULIC OIL FROM VOID TANK 
«"'""""".,',.................w •••• ,""""",',.................w ••••••• " •••••_.__mm" """"...."_"""'''''......... p_ •• _~¥ •••••••••••• ''''''''''''"..... , """, .. ",' ,"_M__ '"'""""'"""~__~"""" ,. , 

CREW MESS FLOODING CONTROL STATION # 2 

29 1350 
5-9 

2-83-0.0 GREASE FROM ELEVATOR CABLE 
, ••••• , ••••••••",••• ,., ....., .........__........ .," ...........,,,'.',," ••• '..... • •••,._~" •••••••••••••••""•••"."""""~_ .,••••,,,,,,,,,,,,,._ "."" ••••• ,,, ••• _ ••• _._ ..'m••"'" ..............."""""",•••_ •••••••••• """."""._,~_ •• _._..... " 

ELEV MACH ROOM 

30 
1430 
5-9 

4-237-2-E GREASE FROM RUDDER 
~."",.""••••••••••••_."" ,,,, ...... ,,......., •••••___ .........,,"'..___•••••••• m •••••••m ..................."""",""", ................""".... " •••••••••••• _, .................... ,. ____............",,,,,..,,,,..._.,,..................... ,,~'••__.N'''''•••••"•• _ ..._.""."_'''''~ 

AFT STEERING 
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JFK#2 

Vessel: EX-JOHN F. KENNEDY (CV-67) 

VENTILATION GASKET SAMPLING LOG-IN SHEET 
10 Samples Required 

Smpl 
No. 

31 

Smpl 
Time 

0820 
5-12 

Location 
(Compartment 
Name/Number) 

2-244-0-L 
HEAD 

DESCRIPTION OF VENTlLATION GASKET 

BLACK RUBBER 

y,;" XI" 36" 

(RubberlWool Felt, etc) 
Sample Size: 2 inch Strip 

32 0845 
5-12 

3-205-1-Q 
DIESEL GEN ROOM 

BLACK RUBBER 
"""""',.,,,,~............. " ....m,,,,,,,,......__.__.. . ............... m""" , ...................""_".... _~ 

%" Xl' X 10' 

33 0900 
5-12 

3-117-0.0 
PRlNTSHOP 

BLACK RUBBER 

y,;" XI" X 36" 

34 0910 
5-12 

2-94-2-Q 
." .. _. ____ ... _ .. ~"_•••••••~............... •................................'~_.m•• "".. 

ICE CREAM BAR 
BROWN FELT 

y,;" XI" X 30" 

35 0925 
5-12 

.!.~?~.~~.~Q.~ ...... 
AVIONICS SHOP 

BLACK RUBBER 

y,;" Xl" 48" 

36 0935 
5-12 

1-48-0-L 
..........••••_....""" 

PASSAGE FRAME 38-54 
BLACK RUBBER 

..•••.•••••••••..•..•••...................... _--_ ...............•..•............ _..........•.....•.................................. _.................................. 

%" Xl" 36" 

37 0940 
5-12 

02-63-O.~.___ .._ ... 
FAN ROOM 

BLACK RUBBER 

y,;"Xl"10' 

38 0950 
5-12 

03-88-O-C 
FACILITY CONTROL 

BROWN FELT 

y,;" XI" 48" 

39 1030 
5-12 

03-200-3-Q 
m ____nnn"'."'•••••••••••••••••••••••_~•••,,_""_•••••••••••••••••••••__,,,••••• 

SQD. FLT. SUIT ROOM 
BROWN FELT 

Vs" Xl" 24" 

40 1245 
5-12 

03-157-2-Q 
MAINTENANCE ROOM 3 

BLACK RUBBER 

Vs" Xl" 28" 

BULKHEAD INSULATION SAMPLING LOG-IN SHEET 
(5 Samples Required) 

Smpl 
No. 

Smpl 
Time 

Location 
(Compartment 
NamelNumber) 

DESCRIPTION OF INSULATION 
(Type, Color, Etc.) 

Sample Size: 2.5 X 112 inch 

41 
1310 
5-12 

02-145-2-L 
.m••_.... • ••"".,......._ •••••••___"" __.~~.".~......-._.__ 

PASSAGE FRAME 145-149 
THERMAL YELLOW 

3'X4'Xl" 

42 
1325 
5-12 

1-78-4.0 
V-3 DIVISION WORKSHOP 

THERMAL - YELLOW 

2'X3'Xl" 

43 
1340 
5-12 

2-123-1-L 
__• __m •••••••••, N .........................«<<<<.""".""".".... <<0 •••••••••••••.-.._ ••••• 

PASSAGE FRAME 123-136 
ACOUSTICAL - YELLOW 

2' X 3.5' X 1" 

44 
1355 
5-12 

3-160-3-Q .. _-.......................................,,"...................._...... 
FAN ROOM 

ACOUSTICAL YELLOW 

2'X3'Xl" 

45 
1430 
5-12 

2-232-1-L 
~•• "'_._._•••••••••••••••••••__.~_.~ ................. «O ............""'~"~ 

HEAD 
THERMAL - YELLOW 

2' X4' X 1" 



47 

48 

49 

50 
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JFK#2 

Vessel: EX-JOHN F. KENNEDY (CV-67) 

RUBBER APPLICATION SAMPLING LOG-IN SHEET 
(5 Samples Required) 

Location DESCRIPTION 
Smpl Smpl (Compartment (SEE NOTE BELOW) 
No. Time NamelNumber) Sample Size: 2.S X 112 inch 

0820 1-53-2-Q BLACK RUBBER ELECTRICAL CHANNEL RUBBER
46 ....... , •••••••••••••••••m ......m ................................ ....................................."""".""""""' 

5-13 AIMD WORKSHOP ~"X 1" X 5" 
0840 

5-13 


0900 

5-13 


0910 

5-13 


0920 

5-13 


03-92-0-C 
MESSAGE CENTER 

2-38-1-L 
HEAD 

2-88-0-L 

CREW MESS 

3-185-O-L 
..-....-----.~.~~ ....... 

BERTH 

RED RUBBER FOUNDATION MOUNT 
................................._-_................_................. 


~"X 1" X 3" 
BLACK RUBBER - PIPE HANGER 


W' X 1" X 10" 

BLACK RUBBER - PIPE HANGER .................................__ .............................................................................................................................................................-.--- ­
W' X 1.5" X 18" 
BLACK RUBBER ELECTRICAL CHANNEL RUBBER 

~"X 1" X 5" 

Rubber applications (high temperature applications) include but are not limited to: 
Isolation shock mounts for electronic equipment 
Pipe hangar lines 
Electrical channel rubber 
Foundation mounts 
Pipe Block hangers 
NOT VENTILATION GASKETS 
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JFK#2 

Vessel: EX-JOHN F. KENNEDY (CV-67) 

DOUBLE-BACKED ADHESIVE TAPE SAMPLING LOG-IN SHEET 
(5 Samples Required) 

Smpl 

No. 

Smpl 

Time 

Location 
(Compartment 
NameINumber) 

DESCRIPTION OF EQUIPMENT 
(Where Retrieved and color) 

Sample Size: Strip 

51 
0935 
5-13 

3-177-4-Q 
AFT HYDRAULIC POWER 

WHITE - HYDRAULIC SYSTEMS SIGN 

VB" X 1" X 12" 

52 
0950 
5-13 

3-111-2-Q 
ELECTRONIC IMAGE 

BLACK - COMPARTMENT CHECKOFF LIST 

1116" X 1" X 12" 

53 
1030 
5-13 

1-215-1-Q 
AFSS27 

BLACK - COMPARTMENT CHECKOFF LIST 

1116" X I" X 12" 

54 
1230 
5-13 

01-230-3-Q 
SHOP ISSUE ROOM 

BLACK - COMPARTMENT CHECKOFF LIST 
•••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••••• ••••••••••••••••••••••••••••• .............. H ••• _ •••••••••••••••••••••••••••••••••••••••••••• _____••H .........__•••_ 

1116" Xl" X 12" 

55 
1250 
5-13 

5-136-3-E 
2MMR OPER STATION 

BLACK - COMPARTMENT CHECKOFF LIST 

1116" X I" X 12" 

ALUMINIZED PAINT SAMPLING LOG-IN SHEET 
(5 Samples Required) 

Smpl 
No. 

Smpl 
Time 

Location 
(Compartment 
NameINumber) 

DESCRIPTION OF EQUIPMENT WHERE RETRIEVED 
Sample Size: 118 to 114 inch depth in container 

56 
1320 
5-13 

7-136-0-E 
2MMRLIL 

AUX EXHAUST SYSTEM ATMOSPHERIC 

UNLOADER VALVE 

57 
1340 
5-13 

7-136-0-E 
2MMRLIL 

2 B BOILER DOOR 

58 
0745 
5-14 

4-149-0-Q 
UPTAKE SPACE 

UPTAKE PIPING 

59 
0810 
5-14 

4-110-0-Q 
UPTAKE SPACE 

UPTAKE PIPING 

60 
0830 
5-14 

7-97-0-E 
IMMRUIL 

lA RELIEF VALVE (600 AUX STEAM) 
. . .. 
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Vessel: EX-JOHN F. KENNEDY (CV-67) 

FIELD BLANKS SAMPLING LOG-IN SHEET 


Location 
Smpl Smpl (Compartment DESCRIPTION 
No. Time NamelNumber 

AFTER SAMPLE # 30 
""""""'" ".............. .........~"""'""
FB-61 

TSTEERING 
AFTER SAMPLE # 60 

FB-62 

-237-2-E 

1MMR 

TOOL BLANKS SAMPLING LOG-IN SHEET 
(5 Samples required' One after every 10 Solid Samples) 

Smpl 
No. 

Smpl 
Time 

Location 
(Compartment 
NamelNumber) 

Note: None required after oils/greases) 
DESCRIPTION 

TB-63 
1312 
5-8 

04-149-1-L 
","",,,,,,,,..,,,,,,,,,,,,,,,,,,,,,,,,,,,",,,,"""","".""" """·"····.·.·· ............._ ••••••_~'.mmnm 

PASSAGE FRAME 149-152 
TOOL BLANK # 1 (AFTER SAMPLE # 10) 

TB-64 
0930 
5-9 

5-149-0-E 
.............................................................." ................. 

3MMR OPER STATION 
TOOL BLANK # 2 (AFTER SAMPLE # 20) 

TB-65 
1250 
5-12 

03-157-2-L 
MAINTROOM 3 

TOOL BLANK # 3 (AFTER SAMPLE # 40) 

TB-66 
0925 
5-13 

3-185-0-L 
BERTH 

TOOL BLANK # 4 (AFTER SAMPLE # 50) 

TB-67 
0835 
5-14 

7-97-O-E 
•••••-.___" ••n ............................__._ mmm.."m........................... •• _.mm. 

IMMR 
TOOL BLANK # 5 (AFTER SAMPLE # 60) 



-\ - '07S:';;;<14rJr" ~!! J.i'. 

Q ~.3J..i. a-NFLAC NJID" DMm 
f>A ID U8·S6t\ 
oeu:uD!Hm 

MDJP'I292 CHAIN OF CUSTODY 
fun ",..lId1'ilu 
o :u lill (N~DI)') 
Q "8B"(l~ 

-------.--f Q '21," __)o .8'n{4D!1Jl) 

"~:Q .tAACfIl. 
Q .tIIT 

_ .....'!!<:,;;,.'y~:---~.--,.;h~~n~y .~1. ~ I~ :!"":"*~________I 
R.e~: NOTE: ANALYSIS TO INCLUDE AROCLORS PCB 
.. - 12(,2 & 1268 fN ACCORDANCE TO EPA. LAB 

, MUST BE CERTIFIED TO USE MANUAl: SW846_ 
-----­ METHOD 1l0:iO ORGANOCI1LORS & PESTIClDES 
... .. .. & USE PCB SURFACE EXTRACTION OIL 

SAMPLES. :> MIN DETEC LEVELS 5ppm. 

o ~(lW'"a.. :I..,..
Q 4124Bn 

......NeN. 111m ,,"",lid,.... I a ......­.........,... 
~.............J.. 

2 Weeks 

'1iI9li~C_tJf~yA~~~~~JI*Y lidid-AifMltk ~~~.iI, 1M. i'lf1l1l~_~~illCOOIII!I:1Ioo wldi~and~of~~ 



Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 1 
lab Sample #: 25348-1 

Analyte 	 Result Units Method PQL 

Page 1 	 Of 68 

DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/8/20088:40:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Oate/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1254 13.80 mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20084:48:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31120084:48:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com
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30 Lukens Drive, New Castle. DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample ID: 2 
lab Sample #: 25348-2 

Analyte 	 Result Units Method PQl 

Page 2 	 Of 68 

DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 518/20089:00:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mglkg 8082 10.00 NH 5/31/20085:17:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20085:17:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20085:17:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31120085:17:00 AM 

PCB-1248 ND mglkg 8082 10.00 NH 5/31/20085:17:00 AM 

PCB-1254 ND mglkg 8082 10.00 NH 5/31/20085:17:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20085:17:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31120085:17:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20085:17:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 3 
Lab Sample #: 25348-3 

Analyte 	 Result Units Method PQL 

Page 3 	 Of 68 

DE - C03DE02804B 

NELAC NJ ·DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/8/20089:15:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31120085:45:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20085:45:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131/20085:45:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20085:45:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20085:45:00 AM 

PCB-1254 19.60 mg/kg 8082 10.00 NH 5131120085:45:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31120085:45:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20085:45:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/2008 5:45:00 AM 

Akhter Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanlicenvlabs.com 

mael@midatlanticenvlabs,com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 4 
Lab Sample #: 25348-4 

Analyte 	 Result Units Method PQl 

Page 4 	 Of 68 

DE - C03DE02804B 

NELAC NJ - DE003 

N'ELAC PA - 68-00566 

MD 10#292 

Received: 5123/2008 

Reported: 6/9/2008 

Date Sampled: 51812008 9:40:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 ND mg/kg 8082 10,00 NH 5131120086:14:00 AM 

PCB-1221 ND mg/kg 8082 10,00 NH 5131120086:14:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131120086:14:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5131/20086:14:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31120086:14:00 AM 

PCB-1254 42.70 mg/kg 8082 10.00 NH 5/31/20086:14:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20086:14:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20086:14:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20086:14:00 AM 

Akhter Mehmood 

Lab Director 

http:www.midatlanlicenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive, New Castle. DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midaUanticenvlabs.com 

ANAL YT I CAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 5 
lab Sample #: 25348-5 

Analyte 	 Result Units Method PQL 
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DE· C03DE02804B 

NELAC NJ ·OE003 

NELAC PA - 68·00566 

MO 10#292 

Received: 512312008 

Reported: 6/9/2008 

Date Sampled: 5/8/20089:55:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 NO 	 mg/kg 8082 10.00 NH 5/31120086:43:00 AM 

mg/kg 8082 NH 5/31/20086:43:00 AMPCB-1221 NO 10.00 

PCB-1232 NO mg/kg 8082 10.00 NH 5/31/20086:43:00 AM 

mg/kg NH 5/31120086:43:00 AMPCB-1242 NO 8082 10.00 

PCB-1248 NO mg/kg 8082 10.00 NH 5/31/20086:43:00 AM 

PCB-1254 32.60 mg/kg 8082 10.00 NH 5/31/20086:43:00 AM 

PCB-1260 NO mg/kg 8082 10.00 NH 5/31/20086:43:00 AM 

NH 5/31120086:43:00 AMPCB-1262 t\ID 	 mg/kg 8082 10.00 

mg/kg 10.00 NH 5131/20086:43:00 AMPCB-1268 NO 	 8082 

;W,,~ qc(m~ 

Akhter Mehmood 

Lab Director 

mailto:mael@midaUanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample 10: 6 
Lab Sample #: 25348-6 

Analyte 	 Result Units Method PQl 

Page 6 	 Of 68 

DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/8/2008 10;30:00 AM 

Sampled By: Client 

Sample Matrix: other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 5/31120087:11 :00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 5/31/2008 7:11 :00 AM 

PCB-1232 NO mg/kg 8082 10.00 NH 5/3112008 7:11 :00 AM 

PCB-1242 NO mg/kg 8082 10.00 NH 5/31/20087:11 :00 AM 

PCB-1248 NO mg/kg 8082 10.00 NH 5/31/20087:11 :00 AM 

PCB-1254 35.90 mg/kg 8082 10.00 NH 5/31/20087:11:00AM 

PCB-1260 NO mg/kg 8082 10.00 NH 5/31/20087:11 :00 AM 

PCB-1262 NO mg/kg 8082 10.00 NH 5/31/20087:11 ;00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 5/31/20087;11 :00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 7 
Lab Sample #: 25348-7 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/B/200B 12:25:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 NO mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

PCB-1221 NO mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

PCB-1232 NO mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

PCB·1242 NO mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

PCB·1248 NO mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

PCB-1254 768.0 mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

PCB-1260 NO mg/kg 8082 50,00 NH 6/5/200B 7:03:00 PM 

PCB-1262 NO mg/kg 8082 50,00 NH 6/5/200B 7:03:00 PM 

PCB-1268 NO mg/kg 8082 50.00 NH 6/5/200B 7:03:00 PM 

Akhter Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANALYTICAL REPORT 

Project Name: ~IFK #2 

lab Project #: 25348 

Report To; 	 Mike Derchak 

Client; 	 Global - NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 8 
lab Sample #: 25348-8 

Analyte 	 Result Units Method PQl 
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DE· C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/8/200812:40:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 50.00 NH 6/612008 8:58:00 AM 

PCB-1221 ND mg/kg 8082 50.00 NH 6/6/20088:58:00 AM 

PCB-1232 ND mg/kg 8082 50.00 NH 6/6/20088:58:00 AM 

PCB-1242 ND mg/kg 8082 50.00 NH 6/6/20088:58:00 AM 

PCB-1248 ND mg/kg 8082 SO.OO NH 6/6/20088:58:00 AM 

PCB-1254 966.0 mg/kg 8082 50.00 NH 6/6/2008 8:58:00 AM 

PCB-1260 ND mg/kg 8082 50.00 NH 6/6120088:58:00 AM 

PCB-1262 ND mg/kg 8082 SO.OO NH 6/6/2008 8:58:00 AM 

PCB-1268 ND mg/kg 8082 50.00 NH 6/6/20088:58:00 AM 

Akhter Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302)654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Oerchak 

Client: 	 Global· NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 9 
Lab Sample #: 25348-9 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported; 6/912008 

Date Sampled: 5/8/2008 12:50:00 PM 

Sampled By: Client 

Sample Matrix: Other 

sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20088:38:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20088:38:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20088:38:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20088:38:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20088:38:00 AM 

PCB-1254 47.10 mg/kg 8082 10.00 NH 5/31120088:38:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31120088:38:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31120088:38:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20088:38:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatianticenvlabs.com 
u 
0( :r 	 mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 10 
Lab Sample #: 25348-10 

Analyte 	 Result Units Method PQl 

Page 10 	 Of 68 

DE • C03DE02804B 

NELAC NJ - OE003 

NELAC PA • 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/8/20081 :10:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1242 NO mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31120089:06:00 AM 

PCB-1254 28.20 mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1260 NO mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1262 NO mg/kg 8082 10.00 NH 5/31/20089:06:00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 5/31/20089;06:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatianticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 11 
lab Sample #: 25348-11 

Analyte 	 Result Units Method PQL 
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DE· C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/2312008 

Reported: 6/912008 

Date Sampled: 5/8/2008 1 :25:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

PCB-1232 NO mg/kg 8082 10.00 NH 5/31/2008 9:35:00 AM 

PCB-1242 NO mg/kg 8082 10.00 NH 5/31/2008 9:35:00 AM 

PCB-1248 NO mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

PCB-1254 16.20 mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

PCB-1260 NO mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 5/31/20089:35:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 12 
lab Sample #: 25348-12 

Analyte 	 Result Units Method PQL 
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DE· C03DE02804B 

NELAC NJ .DEOOa 

NELAC PA • 68-00566 

MO 10# 292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/812008 1 :40:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 
ND mg/kg 8082 10.00 NH 5/311200810:04:00 AMPCB-1016 
ND mg/kg 8082 10.00 NH 5/31/200810:04:00 AMPCB-1221 

PCB-1232 ND mglkg 8082 10.00 NH 5/31/200810:04:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/311200810:04:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/200810:04:00 AM 

PCB-1254 163.0 mg/kg 8082 10.00 NH 5/31/200810:04:00 AM 

PCB-1260 ND mglkg 8082 10.00 NH 5/31/200810:04:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/200810:04:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/200810:04:00AM 

~,,~ nJesmcqp( 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 13 
lab Sample #: 25348-13 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/8/2008 1 :55:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 5/31/200811 :29:00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 5/31/200811 :29:00 AM 

PCB-1232 NO mglkg 8082 10.00 NH 5/31/2008 11 :29 :00 AM 

PCB-1242 NO mg/kg 8082 10.00 NH 5/31/200811 :29:00 AM 

PCB-1248 NO mglkg 8082 10.00 NH 5/3112008 11 :29:00 AM 

PCB-1254 25.70 mg/kg 8082 10.00 NH 5/31/2008 11 :29:00 AM 

PCB-1260 NO mg/kg 8082 10.00 NH 5/3112008 11 :29:00 AM 

PCB-1262 NO mg/kg 8082 10.00 NH 5/31/2008 11 :29:00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 5/31/200811:29:00AM 

Akhtar Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To; 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 14 
lab Sample#: 25348-14 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10# 292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/8/20082:20:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

PCB-1232 ND mglkg 8082 10.00 NH 5/31/200811 :58:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/200811 :58:00 AM 

PCB-1254 45.10 mglkg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

PCB-1260 ND mglkg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/2008 11 :58:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 15 
lab Sample #: 25348-15 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/8/20082:35:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10,00 NH 5/311200812:27:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/2008 12:27:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/200812:27:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/200812:27:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/200812:27:00 PM 

PCB·1254 43.30 mg/kg 8082 10.00 NH 5/3112008 12:27:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/2008 12:27:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/200812:27:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/2008 12:27:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 16 
lab Sample #: 25348-16 

Analyte 	 Result Units Method PQl 

Page 16 	 Of 68 

DE - C03DE028048 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/8/20082:55:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1221 ND mglkg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131/200812:55:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1254 24.10 mg/kg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/200812:55:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/311200812:55:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc Page 17 
•

Of 68 

30 Lukens Drive, New Castle, DE 19720 

Phone: (302)654-1340 DE - C03DE02804B 

Fax: (302) 654-1058 NELAC NJ - DE003 

www.midatlanticenvlabs.com NELAC PA • 68-00566 

mael@midatlanticenvlabs,com MO 10# 292 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 17 
Lab Sample #: 25348-17 

Analyte 	 Result Units Method PQl 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/8/20088:35:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20081 :24:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5131/2008 1 :24:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/3112008 1 :24:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31120081 :24:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5131120081 :24:00 PM 

PCB-1254 129.8 mg/kg 8082 10.00 NH 513112008 1 :24:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 513112008 1 :24:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20081:24:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/2008 1 :24:00 PM 

Akhter Mehmood 

Lab Director 



Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 18 
lab Sample #: 25348-18 

Analyte 	 Result Units Method PQl 

Page 18 	 Of 68 

DE • C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/9/2008 
Date Sampled: 5/8/20088:50:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND 8082 10.00mg/kg NH 5/31/2008 1 :53:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/2008 1 :53:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/2008 1 :53:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/2008 1 :53:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/2008 1 :53:00 PM 

PCB-1254 94.20 mg/kg 8082 10.00 NH 5/31/20081 :53:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20081 :53:00 PM 

PCB-1262 	 ND mg/kg 8082 10.00 NH 5/31/2008 1 :53:00 PM 

PCB-1268 ND 8082 10.00mg/kg 	 NH 5/31/20081 :53:00 PM 

~~ -4 "nCS"'~ 
Akhter Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatJanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global· NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 19 
Lab Sample #: 25348-19 

Analyte 	 Result Units Method PQl 

Page 19 	 Of 68 

DE - CD3DED28D4B 

NELAC NJ • DED03 

NELAC PA ·68-00566 

MD 10# 292 

Received: 5/2312008 

Reported: 6/912008 
Date Sampled: 518120089:10:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20082:21 :00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20082:21 :00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131/2008 2:21 :00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5131120082:21 :00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31120082:21 :00 PM 

PCB-1254 132.0 mg/kg 8082 10.00 NH 5/31/20082:21:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31{2008 2:21 :00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5131/20082:21:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31120082:21 :00 PM 

Akhter Mehmood 

lab Director 

mailto:mael@midatJanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive. New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midaUanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 20 
lab Sample #: 25348-20 

Analyte 	 Result Units Method PQl 
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DE • C03DE028048 

NELAC NJ ·DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5123/2008 

Reported: 6/9/2008 
Date Sampled: 5/8/20089:25:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20082:50:00 PM 

PCB·1221 ND mg/kg 8082 10.00 NH 5131/20082;50:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31120082:50:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20082:50:00 PM 

PCB·1248 ND mg/kg 8082 10.00 NH 5/31120082;50:00 PM 

PCB-1254 35.00 mg/kg 8082 10.00 NH 5/31/20082:50:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20082:50:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20082:50:00 PM 

PCB·1268 ND mg/kg 8082 10.00 NH 5/31/20082:50:00 PM 

~~4~c(m~ 
Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midaUanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To; 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 21 
Lab Sample #: 25348-21 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/9/20089:40:00 AM 

Sampled By: Client 

Sample Matrix; Oil 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCL) - Oil 

PCB-1016 ND mg/kg 8082 1.000 NH 5/28120082:39:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/28/2008 2:39:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5/28120082:39:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 5/28/2008 2:39:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5/28/2008 2:39:00 AM 

PCB-1254 ND mg/kg 8082 1.000 NH 5128/2008 2:39:00 AM 

PCB-1260 ND mg/kg 8082 1.000 NH 5128/2008 2:39:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5/28/2008 2:39:00 AM 

PCB-1268 ND mg/kg 8082 1.000 NH 5/28/2008 2:39:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midaUanticenvlabs.com 

mael@midaUanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample ID: 22 
lab Sample #: 25348-22 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA ·68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 61912008 
Date Sampled: 519/2008 10:25:00 AM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - Oil 

PCB-1016 ND mg/kg 8082 1.000 NH 5/28/20083:10:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/28/20083:10:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5/28/2008 3:10:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 5/28/20083:10:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5/28/2008 3:10:00 AM 

PCB-1254 28.00 mg/kg 8082 1.000 NH 5/28/2008 3:10:00 AM 

PCB-1260 ND mg/kg 8082 1.000 NH 5/28/20083:10:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5128/2008 3:10:00 AM 

PCB-1268 ND mg/kg 8082 1.000 NH 5/28/2008 3:10:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midaUanticenvlabs.com
http:www.midaUanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 23 
Lab Sample #: 25348-23 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NElAC NJ - DE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/9/2008 10:45:00 AM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCL) " Oil 

PCB·1016 ND mg/kg 8082 1.000 NH 5/28/2008 3:39:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/28/2008 3:39:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5/28/20083:39:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 5/28/20083:39:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5/28/2008 3:39:00 AM 

PCB-1254 ND mg/kg 8082 1.000 NH 5/28/20083:39:00 AM 

PCB-1260 ND mg/kg 8082 1.000 NH 5/28/2008 3:39:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5/28/2008 3:39:00 AM 

PCB-1268 ND mg/kg 8082 1.000 NH 5/28/20083:39:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive. New Castle. DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: ..IFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 24 
lab Sample #: 25348-24 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/9/200812:50:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • Oil 

PCB-1016 ND mg/kg 8082 1.000 NH 5/28120084:08:00 AM 

PCB-1221 NO mg/kg 8082 1.000 NH 5/28120084:08:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5/28/2008 4:08:00 AM 

PCB-1242 NO mg/kg 8082 1.000 NH 5/28/20084:08:00 AM 

PCB-1248 NO mg/kg 8082 1.000 NH 5128120084:08:00 AM 

PCB-1254 7.700 mg/kg 8082 1.000 NH 5128120084:08:00 AM 

PCB-1260 NO mg/kg 8082 1.000 NH 5/28120084:08:00 AM 

PCB-1262 NO mg/kg 8082 1.000 NH 5/28/2008 4:08:00 AM 

PCB-1268 NO mg/kg 8082 1.000 NH 5/2812008 4:08:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc Page 25 Of 68 

30 Lukens Drive, New Castle. DE 19720 
Phone: (302) 654-1340 DE - C03DE02804B 

Fax: (302) 654-1058 NELAC NJ - DE003 

www.midatlanticenvlabs.com NELAC PA - 68-00566 

mael@midatlanticenvlabs,com MD ID#292 

Project Name: JFK #2 
lab Project #: 25348 
Report To: Mike Derchak 

Client: Global - NISMO 

4701 S, 16th Street 

PNBC Building 545 

Philadelphia, PA 19112 

Client Sample ID: 25 
lab Sample #: 25348-25 

Analyte Result 

ANALYTICAL REPORT 

Received: 5/23/2008 

Reported: 6/9/2008 
Date Sampled: 5/9/20081 :10:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

Units Method PQl Analyst 
DatefTime 
Analysis 

PCBs (TCl) • Oil 

PCB-1016 ND mg/kg 8082 10.00 NH 6/6/2008 5:42:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 6/6120085:42:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 61612008 5:42:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 6/6/2008 5:42:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 6/612008 5:42:00 PM 

PCB-1254 ND mg/kg 8082 10.00 NH 61612008 5:42:00 PM 

PCB-1260 505.2 mg/kg 8082 10.00 NH 6/6/2008 5:42:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 6/612008 5:42:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 6/6/2008 5:42:00 PM 

Akhtar Mehmood 

Lab Director 



Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive. New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 26 
lab Sample #: 25348-26 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/9/2008 1:20:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • Oil 

PCB-1016 ND mglkg 8082 1.000 NH 5/28/20085:07:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/28/20085:07:00 AM 

PCB-1232 ND mglkg 8082 1.000 NH 5/28/20085:07:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 5128/2008 5:07:00 AM 

PCB-1248 ND mglkg 8082 1.000 NH 5/28/2008 5:07:00 AM 

PCB-1254 2.900 mg/kg 8082 1.000 NH 512812008 5:07:00 AM 

PCB-1260 ND mg/kg 8082 1.000 NH 5/28/20085:07:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5/28/2008 5:07:00 AM 

PCB-1268 ND mglkg 8082 1.000 NH 5/28/2008 5:07:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample ID: 27 
lab Sample #: 25348-27 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ • DE003 

NELAC PA· 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/9/2008 
Date Sampled: 5/912008 1 :25:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

Oate/Time
Analyst Analysis 

PCBs (TCl) • Oil 

PCB-1016 ND mg/kg 8082 1.000 NH 512812008 5:37:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/28/2008 5:37:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5128/20085:37:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 512812008 5:37:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5/28120085:37:00 AM 

PCB-1254 10.10 mg/kg 8082 1.000 NH 5/28120085:37:00 AM 

PCB-1260 ND mg/kg 8082 1.000 NH 5/28/2008 5:37:00 AM 

PCB·1262 ND mg/kg 8082 1.000 NH 5/2812008 5:37:00 AM 

PCB-1268 ND mg/kg 8082 1.000 NH 5/28120085:37:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midaUanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 28 
lab Sample #: 25348-28 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ .DE003 

NELAC PA - 6S-00566 

MD 10#292 

Received: 5123/2008 

Reported: 6/9/2008 
Date Sampled: 5/9/2008 1 :40:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - Oil 

PCB·1016 ND mg/kg 8082 1,000 NH 5/28/20086:06:00 AM 

PCB-1221 ND mg/kg 8082 1,000 NH 5/28/2008 6:06:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5/28/20086:06:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 5/28/2008 6:06:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5/28/20086:06:00 AM 

PCB-1254 ND mg/kg 8082 1.000 NH 5/28/20086:06:00 AM 

PCB-126o ND mg/kg 8082 1.000 NH 5/28/20086:06:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5/28/20086:06:00 AM 

PCB-1268 ND mg/kg 8082 1.000 NH 5/28/20086:06:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midaUanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlantioonvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global· NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 29 
lab Sample #: 25348-29 

Analyte 	 Result Units Method PQL 
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DE - C030E02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10# 292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 519/2008 1 :50:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - Oil 

PCB-1016 NO mg/kg 8082 1.000 NH 5/28/20086:36:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/2812008 6:36:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5/28/20086:36:00 AM 

PCB-1242 NO mg/kg 8082 1.000 NH 5128/2008 6:36:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5/28/20086:36:00 AM 

PCB-1254 42.50 mg/kg 8082 1.000 NH 5/28120086:36:00 AM 

PCB-1260 NO mg/kg 8082 1.000 NH 5128/20086:36:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5/28/20086:36:00 AM 

PCB-1268 NO mg/kg 8082 1.000 NH 5/28/20086:36:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlantioonvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatianticenvlabs.com 

mael@midatlanticenviabs.com 

ANAL YTICAL REPORT 

Project Name: ~IFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 30 
lab Sample #: 25348-30 

Analyte 	 Result Units Method PQL 
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DE· C030E02804B 

NELAC NJ - OE003 

NELAC PA - 68·00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/9/20082:30:00 PM 

Sampled By: Client 

Sample Matrix: Oil 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - Oil 

PCB-1016 ND mg/kg 8082 1.000 NH 5/28/20087:05:00 AM 

PCB-1221 ND mg/kg 8082 1.000 NH 5/28120087:05:00 AM 

PCB-1232 ND mg/kg 8082 1.000 NH 5128/20087:05:00 AM 

PCB-1242 ND mg/kg 8082 1.000 NH 5/28/2008 7:05:00 AM 

PCB-1248 ND mg/kg 8082 1.000 NH 5128/20087:05:00 AM 

PCB-1254 49.50 mg/kg 8082 1.000 NH 5/28120087:05:00 AM 

PCB-1260 ND mg/kg 8082 1.000 NH 5/28/20087:05:00 AM 

PCB-1262 ND mg/kg 8082 1.000 NH 5/28/20087:05:00 AM 

PCB-1268 ND mg/kg 8082 1.000 NH 5/28/20087:05:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenviabs.com
http:www.midatianticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc Page 31 Of 68 
30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 DE - C03DE02804B 

Fax: (302) 654-1058 NELAC NJ - OE003 

www.midatianticenvlabs.com NELAC PA - 68-00566 

mael@midatlanticenvlabs.com MO 10#292 

Project Name: JFK #2 
lab Project #: 25348 
Report To: Mike Derchak 

Client: Global NISMO 

4701 S. 16th Street 

PNBC Building 545 

Philadelphia, PA 19112 

Client Sample I D: 31 
Lab Sample #: 25348-31 

Analyte Result 

ANALYTICAL REPORT 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5112120088:20:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Units Method PQl Analyst 
DatelTime 
Analysis 

PCBs (TCL) • non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5131/20083:18:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 513112008 3:18:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131120083:18:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31120083:18:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20083:18:00 PM 

PCB-1254 48.30 mg/kg 8082 10.00 NH 5/31/20083:18:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20083:18:00 PM 

PCB-1262 ND mglkg 8082 10.00 NH 5/31/20083:18:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20083:18:00 PM 

Akhter Mehmood 

Lab Director 



Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle. DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatianticenvlabs.com 

mael@midatlanlicenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 32 
lab Sample #: 25348-32 

Analyte 	 Result Units Method PQL 
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DE· C03DE02804B 

NELAC NJ - DE003 

NELAC PA ·68-00566 

MD 10#292 

Received: 5123/2008 

Reported: 6/9/2008 

Date Sampled: 5112120088:45:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31120083:47:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20083:47:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31120083:47:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20083:47:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20083:47:00 PM 

PCB-1254 83.40 mg/kg 8082 10.00 NH 5/31/20083:47:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20083:47:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20083:47:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31120083:47:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanlicenvlabs.com
http:www.midatianticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANALYTICAL REPORT 

Project Name: ~IFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 33 
Lab Sample #: 25348-33 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10# 292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5112/20089:00:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

ND mg/kg 8082 10.00 NH 5/31/20084:15:00 PMPCB-1016 
mg/kg 10.00 NH 5/31/20084:15:00 PMPCB-1221 ND 8082 

mg/kg NH 5/31/20084:15:00 PMPCB-1232 ND 8082 10.00 
NH 5/31/20084:15:00 PMPCB-1242 ND mg/kg 8082 10.00 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20084:15:00 PM 

PCB-1254 102.0 mg/kg 8082 10.00 NH 5/31/20084:15:00 PM 

PCB-1260 ND mg/kg 8082 10,00 NH 5/31/20084:15:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20084:15:00 PM 

NH 5/31/20084:15:00 PMPCB-1268 	 ND mg/kg 8082 10.00 

~~-4~csm~ 
Akhtar Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 34 
lab Sample #: 25348-34 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10# 292 

Received: 5/23/2008 

Reported: 6/912008 
Oate Sampled: 5112/20089:10:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 1053. NH 6/612008 3:51 :00 PM 

PCB-1221 ND mg/kg 8082 1053. NH 616/20083:51 :00 PM 

PCB-1232 ND mg/kg 8082 1053. NH 6/6/2008 3:51 :00 PM 

PCB-1242 ND mg/kg 8082 1053. NH 616/20083:51 :00 PM 

PCB-1248 ND mg/kg 8082 1053. NH 616/2008 3:51 :00 PM 

PCB-1254 ND mg/kg 8082 1053. NH 6/6/20083:51 :00 PM 

PCB-1260 ND mg/kg 8082 1053. NH 616/20083:51 :00 PM 

PCB-1262 ND mg/kg 8082 1053. NH 6/6/20083:51:00 PM 

PCB-1268 ND mg/kg 8082 1053. NH 6/6/20083:51 :00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midaUanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 35 
lab Sample #: 25348-35 

Analyte 	 Result Units Method PQL 
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DE • CD3DED28D48 

NELAC NJ - OED03 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5112120089:25:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 ND mg/kg 8082 500.0 NH 616/20086:11 :00 PM 

PCB-1221 ND mg/kg 8082 500.0 NH 616120086:11 :00 PM 

PCB-1232 ND mg/kg 8082 500.0 NH 61612008 6:11 :00 PM 

PCB-1242 ND mglkg 8082 500.0 NH 616120086:11 :00 PM 

PCB-1248 ND mg/kg 8082 500.0 NH 6/6120086:11 :00 PM 

PCB-1254 12610 mg/kg 8082 500.0 NH 6/6/2008 6: 11 :00 PM 

PCB-1260 ND mglkg 8082 500.0 NH 616120086:11 :00 PM 

PCB-1262 ND mg/kg 8082 500.0 NH 616120086:11 :00 PM 

PCB-1268 ND mg/kg 8082 500.0 NH 6/6/20086:11 :00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midaUanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: ~'FK #2 
Lab Project #: 25348 
Report To: Mike Derchak 

Client: Global NISMO 

4701 S. 16th Street 

PNBC Building 545 

Philadelphia. PA 19112 

Client Sample ID: 36 
lab Sample #: 25348-36 

Analyte Result Units Method POL 
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DE - C03DE02804B 

NELAC NJ ·DE003 

NELAC PA • 68·00566 

MD 10# 292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/12/20089:35:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1254 ND mg/kg 8082 10.00 NH 5/31120086:38:00 PM 

PCB-1260 123.3 mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20086:38:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYriCAL REPORT 

Project Name: ~JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 37 
lab Sample #: 25348-37 

Analyte 	 Result Units Method PQl 
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DE • C03DE02804B 

NELAe NJ - DE003 

NELAC FA -68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5112/20089:40:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31120087:06:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31120087:06:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131/20087:06:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/2008 7:06 :00 PM 

PCB-1248 ND mg/kg 8082 10,00 NH 5/31120087:06:00 PM 

PCB-1254 41.20 mg/kg 8082 10.00 NH 5131120087:06:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5131120087:06:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20087:06:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20087:06:00 PM 

Akhter Mehmood 

lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midaUanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global· NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample I D: 38 
lab Sample #: 25348-38 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ • OE003 

NELAC PA • 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/12/20089:50:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31120087:35:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31120087:35:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5131120087:35:00 PM 

NH 5/31/20087:35:00 PMPCB-1242 ND mg/kg 8082 10.00 

PCB-1248 ND mg/kg 8082 10.00 NH 5131/20087:35:00 PM 

PCB-1254 39.10 mg/kg 8082 10.00 NH 5/31120087:35:00 PM 

PCB-1260 NO mg/kg 8082 10.00 NH 5/31120087:35:00 PM 

NH 5/31/20087:35:00 PMPCB-1262 ND mg/kg 8082 10.00 
5/31/20087:35:00 PMPCB-1268 	 ND mg/kg 8082 10.00 NH 

;Q-tt~,4 nJc(m~ 
Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midaUanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatianticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 39 
lab Sample #: 25348-39 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ • DE003 

NELAC PA -68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/9/2008 

Date Sampled: 5112/200810:30:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1221 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1232 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1242 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1248 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1254 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1260 134000 mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1262 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

PCB-1268 ND mg/kg 8082 25000 NH 6/9/2008 1 :07:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatianticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive. New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample 10: 40 
lab Sample #: 25348-40 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/12/200812:45:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 5/31/20088:32:00 PM 

PCB-1221 NO mg/kg 8082 10.00 NH 5/31/20088:32:00 PM 

PCB-1232 NO mg/kg 8082 10.00 NH 5/31120088:32:00 PM 

PCB-1242 NO mg/kg 8082 10.00 NH 5/31/20088:32:00 PM 

PCB-1248 NO mg/kg 8082 10.00 NH 5/31/20088:32:00 PM 

PCB-1254 485.5 mg/kg 8082 10.00 NH 5/31120088:32:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5131/20088:32:00 PM 

PCB-1262 NO mg/kg 8082 10.00 NH 5/31120088:32:00 PM 

PCB-1268 NO mg/kg 8082 10.00 NH 5131/20088:32:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 41 
Lab Sample #: 25348-41 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/12120081 :10:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB·1016 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20:00 AM 

PCB-1221 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20:00 AM 

PCB-1232 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20:00 AM 

PCB-1242 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20 :00 AM 

PCB-1248 ND mg/kg 8082 50.00 NH 6/612008 11 :20 :00 AM 

PCB-1254 1854. mg/kg 8082 50.00 NH 6/612008 11 :20:00 AM 

PCB-1260 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20:00 AM 

PCB-1262 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20:00 AM 

PCB-1268 ND mg/kg 8082 50.00 NH 6/6/2008 11 :20:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc Page 42 Of 68 

30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 DE • C03DE028048 

Fax: (302) 654-1058 NELAC NJ - OE003 

www.mldatianticenvlabs.com NELAC PA - 68-00566 

mael@midatlanticenvlabs,com MO 10# 292 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: Mike Derchak 

Client: Global NISMO 

4701 S, 16th Street 

PNBC Building 545 

Philadelphia, PA 19112 

Client Sample ID: 42 
Lab Sample #: 25348-42 

Analyte Result 

ANALYTICAL REPORT 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 511212008 1:25:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Units Method PQL Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5131120089:29:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5131/20089:29:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20089:29:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20089:29:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/20089:29:00 PM 

PCB-1254 30.50 mg/kg 8082 10.00 NH 5/31/20089:29:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31120089:29:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31120089:29:00 PM 

PCB-1268 ND mglkg 8082 10,00 NH 5/31/20089:29:00 PM 

Akhter Mehmood 

Lab Director 

http:www.mldatianticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, l\Jew Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatianticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To; 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 43 
lab Sample #: 25348-43 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA ·68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5112/20081 :40:00 PM 

Sampled By; Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20089:57:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31120089:57:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20089:57:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31120089:57:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/2008 9:57:00 PM 

PCB-1254 58.90 mg/kg 8082 10.00 NH 5/31/20089:57:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31120089:57:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20089:57:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5131120089:57:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatianticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302)654-1340 


Fax: (302) 654-1058 

www.midallanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 1 9112 


Client Sample 10: 44 
lab Sample #: 25348-44 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/9/2008 
Date Sampled: 5/12/20081:55:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PC8-1016 NO mg/kg 8082 500.0 NH 6/6/2008 7:39:00 PM 

PC8-1221 NO mg/kg 8082 500.0 NH 6/6/2008 7:39:00 PM 

PC8-1232 NO mg/kg 8082 500.0 NH 6/6/20087:39:00 PM 

PC8-1242 NO mg/kg 8082 500.0 NH 6/6/20087:39:00 PM 

PC8-1248 NO mg/kg 8082 500.0 NH 6/6/20087:39:00 PM 

PC8-1254 2632. mg/kg 8082 500.0 NH 6/6/2008 7:39:00 PM 

PC8-1260 NO mg/kg 8082 500.0 NH 6/6/2008 7:39:00 PM 

PC8-1262 NO mg/kg 8082 500.0 NH 6/6/20087:39:00 PM 

PC8-1268 NO mg/kg 8082 500.0 NH 6/6/2008 7:39:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midallanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client; 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample ID: 45 
lab Sample #: 25348-45 

Analyte 	 Result Units Method PQl 
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DE • C03DE02804B 

NELAC NJ - OE003 

NELAC PA • 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/12/20082;30:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 50.00 NH 6/6/200812:46:00 PM 

PCB-1221 ND mg/kg 8082 50.00 NH 6/6/2008 12:46:00 PM 

PCB-1232 ND mg/kg 8082 50.00 NH 6/6/200812:46:00 PM 

PCB-1242 ND mg/kg 8082 50.00 NH 6/6/200812:46:00 PM 

PCB·1248 ND mg/kg 8082 50.00 NH 6/6/2008 12:46:00 PM 

PCB-1254 1778. mg/kg 8082 50.00 NH 6/6/2008 12:46:00 PM 

PCB-1260 ND mg/kg 8082 50.00 NH 6/6/2008 12:46:00 PM 

PCB-1262 ND mg/kg 8082 50.00 NH 6/6/200812:46:00 PM 

PCB-1268 ND mg/kg 8082 50.00 NH 6/6/200812:46:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global· NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 46 
Lab Sample #: 25348-46 

Analyte 	 Result Units Method PQL 
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DE· C03DE02804B 

NELAC NJ • DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/13/20088:20:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/200811 :23:00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/200811 :23:00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/2008 11 :23:00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/200811:23:00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/200811 :23:00 PM 

PCB-1254 35.40 mg/kg 8082 10.00 NH 5/31/2008 11 :23:00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/200811:23:00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/200811:23:00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/200811:23:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc Page 47 Of 68 

30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 DE - C03DE02804B 

Fax: (302) 654-1058 NELAC NJ - OE003 

www.midatlanticerwlabs.com NELAC PA - 68-00566 

mael@midallanticenvlabs.com MO 10#292 

ANALYTICAL REPORT 

Project Name: J FK #2 

lab Project #: 25348 

Report To: 	 Mike Oerchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 47 
Lab Sample #: 25348-47 

Analyte 	 Result Units Method PQl 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/13/20088:40:00 AM 

Sampted By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/200811 :51 :00 PM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/2008 11 :51 :00 PM 

PCB-1232 ND mg/kg 8082 10.00 NH 513112008 11 :51 :00 PM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/311200811 :51 :00 PM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/3112008 11 :51 :00 PM 

PCB-1254 43.80 mg/kg 8082 10.00 NH 5/31/2008 11 :51 :00 PM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/2008 11 :51 :00 PM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/2008 11 :51 :00 PM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/2008 11 :51 :00 PM 

Akhter Mehmood 

Lab Director 



~"~~!(m~ 

Akhter Mehmood 

Lab Director 

I(.L :I.~:~.n. ~ Mid-Atlantic Environmental Laboratories, Inc 
(, <:. ' w'T{; 30 Lukens Drive, New Castle, DE 19720 

Y' 
Phone: (302) 654-1340 ..:;;' 

~, 
'V Fax: (302) 654-1058 

'. www.midatlanticenvlabs.com'­U 
mael@midatlanticenvlabs.com~ 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: Mike Derchak 

Client: Global- NISMO 

4701 S. 16th Street 

PNBC Building 545 

Philadelphia. PA 19112 

Client Sample 10: 48 
lab Sample #: 25348-48 

Analyte Result Units Method PQl 

PCBs (TCl) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 

PCB-1221 NO mg/kg 8082 10.00 

PCB-1232 NO mg/kg 8082 10.00 

PCB-1242 NO mg/kg 8082 10.00 

PCB-1248 NO mg/kg 8082 10.00 

PCB-1254 34.90 mg/kg 8082 10.00 

PCB-1260 NO mg/kg 8082 10.00 

PCB-1262 NO mg/kg 8082 10.00 

PCB-1268 NO mg/kg 8082 10.00 

Page 48 Of 68 

DE - C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 61912008 
Date Sampled: 5/13/20089:00:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

NH 6/112008 12:20:00 AM 

NH 6/112008 12:20:00 AM 

NH 6/112008 12:20 :00 AM 

NH 6/1/200812:20:00 AM 

NH 6/11200812:20:00 AM 

NH 6/1/200812:20:00 AM 

NH 6/11200812:20:00 AM 

NH 6/1/200812:20;00 AM 

NH 6/1/200812:20;00 AM 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 49 
lab Sample #: 25348-49 

Analyte 	 Result Units Method PQl 
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DE - C03DE028048 

NELAC NJ - OE003 

NELAC PA ·68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/13/20089:10:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 0.100 NH 6/1/2008 1 :45:00 AM 

PCB-1221 ND mg/kg 8082 0.100 NH 6/112008 1 :45:00 AM 

PCB-1232 ND mg/kg 8082 0.100 NH 6/112008 1:45:00 AM 

PCB-1242 ND mg/kg 8082 0.100 NH 6/1/2008 1 :45:00 AM 

PCB-1248 ND mg/kg 8082 0.100 NH 6/1/2008 1 :45:00 AM 

PCB-1254 37.20 mg/kg 8082 0.100 NH 6/1/2008 1:45:00 AM 

PCB-1260 ND mg/kg 8082 0.100 NH 6/1/2008 1:45:00 AM 

PCB-1262 ND mg/kg 8082 0.100 NH 6/1/20081:45:00 AM 

PCB-1268 ND mg/kg 8082 0.100 NH 6/1/2008 1 :45:00 AM 

Akhter Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 50 
Lab Sample #: 25348-50 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/13/20089:20:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) ~ non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 5/31/2008 2:13:00 AM 

PCB-1254 ND mg/kg 8082 10.00 NH 5/31120082:13:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 5/31/20082:13:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 
Lab Project #: 25348 
Report To: 	 Mike Derchak 

Client: 	 Global NISMO 

4701 S. 16th Street 

PNBC Building 545 

Philadelphia, PA 19112 

Client Sample ID: 51 
lab Sample #: 25348-51 

Analyte 

PCBs (TCl) - non-aqueous 

PCB-1016 

PCB-1221 

PCB-1232 

PCB-1242 

PCB-1248 

PCB-1254 

PCB-1260 

PCB.1262 

PCB-1268 

Result Units Method PQL 

ND mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

14.60 mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

ND mg/kg 8082 10.00 

Page 51 Of 68 

DE • C03DE028048 

NELAC NJ· DE003 

NELAC PA - 68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 511312008 9:35:00 AM 

Sampled By: Client 

Sample Matrix; Other 

Sample Type: 

Date/Time
Analyst Analysis 

NH 611120082:42:00 AM 

NH 611/20082:42:00 AM 

NH 6/1120082:42:00 AM 

NH 611120082:42:00 AM 

NH 6/1/20082:42:00 AM 

NH 6/1/20082:42:00 AM 

NH 6/1/20082:42:00 AM 

NH 6/1/20082:42:00 AM 

NH 6/1/20082:42:00 AM 

;G-t:t.t -4 "11 CSm d 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com
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Mid-Atlantic Environmental Laboratories, Inc Page 52 Of 68 

30 Lukens Drive, New Castle, DE 19720 

Phone: (302) 654-1340 DE - C03DE02804B 

Fax: (302) 654-1058 NElAC NJ - OE003 

www.midatlanticenvlabs.com NElAC PA - 68-00566 

mael@midatlanticenvlabs.com MO 10#2920{ 1 

Project Name: JFK #2 
lab Project #: 25348 
Report To: Mike Derchak 

Client: Global - NISMO 

4701 S. 16th Street 

PNBC Building 545 

Philadelphia, PA 19112 

Client Sample I D: 52 
Lab Sample #: 25348-52 

Analyte Result 

PCBs (TCL) - non-aqueous 

PCB-1016 ND 

PCB-1221 ND 

PCB-1232 ND 

PCB-1242 ND 

PCB-1248 ND 

PCB-1254 75.60 

PCB-1260 ND 

PCB-1262 ND 

PCB-1268 ND 

ANAL YTICAL REPORT 

Units Method 

mglkg 8082 

mglkg 8082 

mglkg 8082 

mglkg 8082 

mglkg 8082 

mglkg 8082 

mglkg 8082 

mglkg 8082 

mglkg 8082 

PQl 

10.00 

10.00 

10.00 

10.00 

10.00 

10.00 

10.00 

10.00 

10.00 

Received: 512312008 

Reported: 61912008 
Date Sampled: 5/13/2008 9:50:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

NH 6/1/2008 3:11 :00 AM 

NH 6/1/2008 3:11 :00 AM 

NH 6/1/2008 3:11 :00 AM 

NH 6/112008 3:11 :00 AM 

NH 6/1/20083;11 ;00 AM 

NH 6/1/20083:11 :00 AM 

NH 6/1/20083:11 :00 AM 

NH 6/1/2008 3;11 ;00 AM 

NH 6/1120083:11 :00 AM 

~"-4 "1c~mc;u-/ 
Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
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Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midallanticenvlabs.com 

maei@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample I D: 53 
lab Sample #: 2534B-53 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/200B 

Reported: 6/9/200B 
Date Sampled: 5/13/2008 10:30:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 6/1120083:39:00 AM 

PCB-1221 ND mg/kg BOB2 10.00 NH 6/1/20083:39:00 AM 

PCB-1232 ND mg/kg BOB2 10.00 NH 6/1/20083:39:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 611/20083:39:00 AM 

PCB-124B ND mg/kg 8082 10.00 NH 6/1/20083:39:00 AM 

PCB-1254 365.2 mg/kg B082 10.00 NH 6/1/20083:39:00 AM 

PCB-1260 ND mg/kg BOB2 10.00 NH 6/1/20083:39:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 6/1/20083:39:00 AM 

PCB·126B ND mg/kg B082 10.00 NH 6/1/20083:39:00 AM 

Akhter Mehmood 

Lab Director 

mailto:maei@midatlanticenvlabs.com
http:www.midallanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 54 
lab Sample #: 25348-54 

Analyte 	 Result Units Method PQl 
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DE • C03DE02804B 

NELAC NJ - DE003 

NELAC PA ·68-00566 

MD 10#292 

Received: 5/2312008 

Reported: 6/912008 
Date Sampled: 51131200812:30:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) • non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 611120084:08:00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 6/1/20084:08:00 AM 

PCB-1232 NO mg/kg 8082 10.00 NH 6/1/20084:08:00 AM 

PCB-1242 NO mg/kg 8082 10.00 NH 611/20084:08:00 AM 

PCB-1248 NO mg/kg 8082 10.00 NH 6/1120084:08:00 AM 

PCB-1254 NO mg/kg 8082 10.00 NH 611120084:08:00 AM 

PCB-1260 NO mg/kg 8082 10.00 NH 611/20084:08:00 AM 

PCB-1262 NO mg/kg 8082 10.00 NH 6/1/20084:08:00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 611/20084:08:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample ID: 55 
lab Sample #: 25348-55 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10# 292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/13/200812:50:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 6/1120084:36:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

PCB-1254 27.00 mg/kg 8082 10.00 NH 611/20084:36:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 6/1/20084:36:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatianticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 56 
lab Sample #: 25348-56 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ • OE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/13/2008 1 :20:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 6/1/20085:05:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 6/1/20085:05:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 6/1/20085:05:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 6/112008 5:05:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 6/112008 5:05:00 AM 

PCB-1254 64.50 mg/kg 8082 10.00 NH 6/1/20085:05:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 6/1/20085:05:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 6/1/2008 5:05:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 6/1/20085:05:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatianticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs,com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S, 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 57 
lab Sample #: 25348-57 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10# 292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/13/2008 1 :40:00 PM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Oate/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1232 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1242 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1248 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1254 14.70 mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1260 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1262 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 6/1/20085:34:00 AM 

Akhter Mehmood 

Lab Director 

http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories. Inc 


30 Lukens Drive. New Castle, DE 19720 

Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 58 
lab Sample #: 25348-58 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/14/20087:45:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1254 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1260 ND mglkg 8082 10.00 NH 6/1/20086:03:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 6/1120086:03:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 6/1/20086:03:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@mida\lanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 59 
lab Sample #: 25348-59 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ ·DE003 

NELAC PA • 68-00566 

MD 10#292 

Received: 5/2312008 

Reported: 6/912008 
Date Sampled: 5/14/20088:10:00 AM 

Sampled By: Client 

Sample Matrix: other 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs (TCl) - non-aqueous 

PCB-1016 NO mg/kg 8082 10.00 NH 6/1/2008 6:31 :00 AM 

PCB-1221 NO mg/kg 8082 10.00 NH 6/1120086:31 :00 AM 

PCB·1232 NO mglkg 8082 10.00 NH 6/1/2008 6:31 :00 AM 

PCB·1242 NO mg/kg 8082 10.00 NH 6/1/20086:31 ;00 AM 

PCB·1248 NO mglkg 8082 10.00 NH 6/1/2008 6:31 :00 AM 

PCB·1254 17.10 mg/kg 8082 10.00 NH 6/1/20086:31 :00 AM 

PCB·1260 NO mg/kg 8082 10.00 NH 6/1/20086:31:00 AM 

PCB·1262 NO mglkg 8082 10.00 NH 6/1/20086:31 :00 AM 

PCB-1268 NO mg/kg 8082 10.00 NH 6/1/20086:31 :00 AM 

Akhter Mehmood 

lab Director 

http:mael@mida\lanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanlicenvlabs.com 

mael@midallanlicenvlabs.com 

ANAL y-nCAL REPORT 

Project Name: ~IFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global· NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 60 
Lab Sample #: 25348-60 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ • DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/14120088:30:00 AM 

Sampled By: Client 

Sample Matrix: Other 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs (TCL) • non-aqueous 

PCB-1016 ND mg/kg 8082 10.00 NH 6/1120087:00:00 AM 

PCB-1221 ND mg/kg 8082 10.00 NH 6/1120087:00:00 AM 

PCB-1232 ND mg/kg 8082 10.00 NH 6/1/20087:00:00 AM 

PCB-1242 ND mg/kg 8082 10.00 NH 6/1120087:00:00 AM 

PCB-1248 ND mg/kg 8082 10.00 NH 6/1/20087:00:00 AM 

PCB-1254 ND mg/kg 8082 10.00 NH 6/1120087:00:00 AM 

PCB-1260 ND mg/kg 8082 10.00 NH 6/1/20087:00:00 AM 

PCB-1262 ND mg/kg 8082 10.00 NH 6/1/20087:00:00 AM 

PCB-1268 ND mg/kg 8082 10.00 NH 6/1120087:00:00 AM 

~~~nJcsm~ 
Akhter Mehmood 

Lab Director 

mailto:mael@midallanlicenvlabs.com
http:www.midatlanlicenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 


Fax: (302) 654-1058 

www.midaUanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 61 
Lab Sample #: 25348-61 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/9/20082:35:00 PM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs-Wipe 

PCB-1016 ND ug/sq ft 8082 0.010 NH 6/1/20089:06:00 AM 

PCB-1221 ND ug/sq ft 8082 0.010 NH 6/1/20089:06:00 AM 

PCB-1232 ND uglsq ft 8082 0.010 NH 6/1/20089:06:00 AM 

PCB-1242 ND uglsq ft 8082 0.010 NH 6/1/20089:06:00 AM 

PCB-1248 ND uglsq ft 8082 0,010 NH 6/1/20089:06:00 AM 

PCB-1254 ND ug/sq ft 8082 0.010 NH 6/1/20089:06:00 AM 

PCB-1260 ND ug/sq ft 8082 0,010 NH 611/2008 9:06:00 AM 

PCB-1262 ND ug/sq ft 8082 0,010 NH 6/112008 9:06:00 AM 

PCB-1268 ND uglsq ft 8082 0,010 NH 6/1120089:06:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midaUanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midaUanticenlllabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 62 
Lab Sample #: 25348-62 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10# 292 

Received: 5/23/2008 

Reported: 6/9/2008 
Date Sampled: 5/14/20088:33:00 AM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs-Wipe 

PCB-1016 ND ug/sq fI 8082 0.010 NH 6/1/20089:36:00 AM 

PCB-1221 ND uglsq fI 8082 0.010 NH 6/1120089:36:00 AM 

PCB-1232 ND ug/sq fI 8082 0.010 NH 6/1120089:36:00 AM 

PCB-1242 ND uglsq fI 8082 0.010 NH 6/1/20089:36:00 AM 

PCB-1248 ND uglsq fI 8082 0.010 NH 6/1/20089:36:00 AM 

PCB-1254 ND ug/sq fI 8082 0.010 NH 6/1/20089:36:00 AM 

PCB-1260 ND ug/sq fI 8082 0.010 NH 6/1/20089:36:00 AM 

PCB-1262 ND ug/sq fI 8082 0.010 NH 6/112008 9:36:00 AM 

PCB-1268 ND ug/sq fI 8082 0.010 NH 6/112008 9:36:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
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Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global- NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample 10: 63 
Lab Sample #: 25348-63 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5/8/20081 :12:00 PM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs-Wipe 

PCB-1016 NO ug/sq ft 8082 0.010 NH 6/1/200810:07:00 AM 

PCB-1221 NO ug/sq ft 8082 0.010 NH 6111200810:07:00 AM 

PCB-1232 NO ug/sq ft 8082 0.010 NH 6/11200810:07:00 AM 

PCB-1242 NO ug/sq ft 8082 0.010 NH 6111200810:07:00 AM 

PCB-1248 NO uglsq ft 8082 0.010 NH 61112008 10:07:00 AM 

PCB-1254 NO ug/sq ft 8082 0.010 NH 61112008 10:07:00 AM 

PCB-1260 6.360 ug/sq ft 8082 0.010 NH 6/1/200810:07:00 AM 

PCB-1262 NO ug/sq ft 8082 0.010 NH 6111200810:07:00AM 

PCB-1268 NO ug/sq ft 8082 0.010 NH 6111200810:07:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
http:www.midatlanticenvlabs.com


Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANAL YTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia. PA 19112 


Client Sample ID: 64 
Lab Sample #: 25348-64 

Analyte 	 Result Units Method PQL 
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DE • C03DE02804B 

NELAC NJ - OEOD3 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/912008 

Date Sampled: 5/9/20089:30:00 AM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs-Wipe 

PCB-1016 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1221 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1232 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1242 ND ug/sq ft 8082 0.010 NH 6/1/2008 10:37:00 AM 

PCB-1248 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1254 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1260 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1262 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

PCB-1268 ND ug/sq ft 8082 0.010 NH 6/1/200810:37:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
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Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midaUanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 65 
Lab Sample #; 25348-65 

Analyte 	 Result Units Method PQl 
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DE - C03DE02804B 

NELAC NJ - DE003 

NELAC PA - 68-00566 

MD 10#292 

Received; 5123/2008 

Reported: 6/9/2008 
Date Sampled: 5/121200812:50:00 PM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs-Wipe 

PCB-1016 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1221 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1232 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1242 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1248 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1254 29.60 ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1260 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1262 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

PCB-1268 ND ug/sq ft 8082 0.500 NH 6/6/20082:16:00 PM 

Akhtar Mahmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
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Mid-Atlantic Environmental Laboratories, Inc 


30 Lukens Drive, New Castle, DE 19720 


Phone: (302)654-1340 

Fax: (302) 654-1058 


www.midatlanticenvlabs.com 

mael@midatlanticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

lab Project #: 25348 

Report To: 	 Mike Derchak 

Client: 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample ID: 66 
Lab Sample #: 25348-66 

Analyte 	 Result Units Method PQl 
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DE· C03DE028048 

NELAe NJ - DE003 

NELAC PA • 68-00566 

MD ID#292 

Received: 5/23/2008 

Reported: 6/912008 
Date Sampled: 5113120089:25:00 AM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

DatelTime 
Analyst Analysis 

PCBs-Wipe 

PCB-1016 ND ug/sq ft 8082 0.010 NH 61112008 11 :35:00 AM 

PCB-1221 ND uglsq ft 8082 0.010 NH 61112008 11 :35:00 AM 

PCB-1232 ND uglsq ft 8082 0.010 NH 61112008 11 :35:00 AM 

PCB-1242 ND uglsq ft 8082 0.010 NH 61112008 11 :35:00 AM 

PCB-1248 ND uglsq ft 8082 0.010 NH 61112008 11 :35:00 AM 

PCB-1254 ND ug/sq ft 8082 0.010 NH 61112008 11 :35:00 AM 

PCB-1260 2.370 ug/sq ft 8082 0.010 NH 6/1/2008 11 :35:00 AM 

PCB-1262 ND ug/sq ft 8082 0.010 NH 6/112008 11 :35:00 AM 

PCB-1268 ND ug/sq ft 8082 0.010 NH 6/112008 11 :35:00 AM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatlanticenvlabs.com
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Mid-Atlantic Environmental Laboratories, Inc 

30 Lukens Drive, New Castle, DE 19720 


Phone: (302) 654-1340 

Fax: (302) 654-1058 


www.midatianticenvlabs.com 

mael@midatianticenvlabs.com 

ANALYTICAL REPORT 

Project Name: JFK #2 

Lab Project #: 25348 

Report To; 	 Mike Derchak 

Client; 	 Global - NISMO 


4701 S. 16th Street 


PNBC Building 545 


Philadelphia, PA 19112 


Client Sample 10: 67 
Lab Sample #: 25348-67 

Analyte 	 Result Units Method PQL 
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DE - C03DE02804B 

NELAC NJ - OE003 

NELAC PA - 68-00566 

MO 10#292 

Received: 5/23/2008 

Reported: 6/9/2008 
Date Sampled: 5/14/20088:35:00 AM 

Sampled By: Client 

Sample Matrix: Wipes 

Sample Type: 

Date/Time
Analyst Analysis 

PCBs-Wipe 

PCB-1016 NO ug/sq ft 8082 0.010 NH 6/11200812:05:00 PM 

PCB-1221 ND ug/sq ft 8082 0.010 NH 6111200812:05:00 PM 

PCB-1232 ND ug/sq ft 8082 0.010 NH 61112008 12:05:00 PM 

PCB-1242 ND ug/sq ft 8082 0.010 NH 6/1/200812:05:00 PM 

PCB-1248 ND ug/sq ft 8082 0.010 NH 6111200812:05:00 PM 

PCB-1254 ND ug/sq ft 8082 0.010 NH 6111200812:05:00 PM 

PCB-1260 4.580 ug/sq ft 8082 0.010 NH 6111200812:05:00 PM 

PCB-1262 ND uglsq ft 8082 0.010 NH 6111200812:05:00 PM 

PCB-1268 ND uglsq ft 8082 0.010 NH 61112008 12:05:00 PM 

Akhter Mehmood 

Lab Director 

mailto:mael@midatianticenvlabs.com
http:www.midatianticenvlabs.com


.-­
Mid-Atlantic Environmental Laboratories, Inc Page 68 Of 68 

30 Lukens Drive, New Castle, DE 19720 
Phone: (302) 654-1340 DE - C03DE02804B 

Fax: (302) 654-1058 NELAC NJ - OE003 

www.midatlanticenvlabs.com NELAC PA ·68-00566 

mael@midallanticenvlabs.com MO 10# 292 

ANALYTICAL REPORT 

Project Name: JFK #2 Received: 5/23/2008 

Lab Project #: 25348 Reported: 6/912008 

Methodology 

All analyses are adapted from one or more of the following reference methods: 

"Guidelines Establishing Test Procedures for the Analysis of Pollutants'" Code of Federal Regulations, Vol. 40, Part 136 

"Test Methods for Evaluating Solid Waste", SW846 Third Edition, September 1986, USEPA 

Code of Federal Regulations Vol. 40, Part 261, "Appendix II _ Method 1311 Toxicity Characteristic leaching Procedure 
(TClP)". 
Standard Methods for the Examination of Water and Wastewater", 20th edition 
"Methods for the Chemical Analysis of Water and Wastes", EPA600/4-79-020, March 1983, U.S. EPA, EMSL 
"Annual Book of Standards, Section 11-Water", American Society for Testing and Materials (ASTM) 
"Methods for the Determination of Organic Compounds in Drinking Water", EPA 600/4-88/039, December 1988 

Abbreviations 

U Not Detected B Compound found in Method Blank 
E Estimated Concentration J Compound detected below reportable 
NFL No Free Liquid reporting limit, result estimated 

NR Not Reactive NA Not Applicable 
NS Not Requested NI Not Ignitable 
< Less than the MOL or pal NO Not Detected 
NP No PCB pattern detected MOL Method Detection Limit - specified by 
LCS laboratory Control Sample either the method or determined by 
BS Blank Spike (Method Spike) performing an MOL study 
MSIMSD Matrix Spike/Matrix Spike Duplicate pal Practical Quantitation Level 
RSD Relative Standard Deviation RPD Relative Percent Difference 
NTU NephelometriC Turbidity Units umhos Conductivity Units 
deg.C Degrees Celsius ohms Resistivity Units 
deg.F Degrees Fahrenheit L Liter 
ppb Parts Per Billion ppm Parts Per Million 
ug Microgram (1000 ug = 1 mg) mg Milligram (1000 mg = 1 g) 
g gram (1000 g = 'I Kg) kg Kilogram 
ul Microliter (1000 ul 1 ml) ml Milliliter (1000 ml = 1 l) 
S.U. Standard Unit 

Note: All non-aqueous samples, with the exception of oils, are dry weight corrected 

mailto:mael@midallanticenvlabs.com
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