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EMSL ANAL YTltAL INC. 

CHAIN OF CUSTODY RECORD 

Client: Point of Contact 
Global Associates - NISMF Scott Shore 
Building #545 Naval Base Phone Number: 
Philadelphia, PA 19112-5095 (215) 897~6745 

Project LD. TDL NO. (2 1rt-3el r P.O. Number: 10 - 0] jJ 
ex- ~FK (PREIPOST Asbestos Survey) 

ate S '11 trut' IC tD &T R 1 R 'fJI peCla ns c Ions ommen s: "2.7:1" e~u ~~"-W/lre FAX (215) 897-6297 QGe;t- Su.u_V PAGE 1 OF 1 

Field SampleNo. Analyze Sample ... 
Type 

. Analysis 
Requested 

...... . .. 

Descripti~ .. 
... 

. 

... 

SSt.t1l r;1000l ASB BULK PLM !/h,nf<,I1-2 7.../37.-",.E L/£.. 
ls567/9/0002 ASB =C BULK PLM Ithmll.lI~ 7-/S7"-()~C LJ/ 
l.tiSa7/9/ooo3 ASB BULK PLM iAtA'J L "'2 7-1.17-0-6 L7L. 
~/9/0(Jo'l- ASB BULK PLM rmJHL *2 ?-IJ7-c;"E L/L 

ASB BULK PLM 
ASB BULK PLM 
ASS BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM , 

ASB BULK PLM .. 
ASB BULK PLM 
ASB BULK PLM 

Collected by: Received bylChain of Custody Initiated by: 5;,45 
H. Wagner IJ. King IG. Goins I S. Ervin DatelTime: 
Relinquished by: Date Time 
JasefiBa N. RytleBhMk 5cc1f *¥~ J../ '-1..-/ lcr'IO 13 ;, 

Submitted to Lab by: Dat Time 
PICK- UP 
Pre-Logged by: Prepared by: Analyzed by: 

Data Validated by: Rush Report by: Date/Time Posted-Logged by: 

Data Processed by: Report Reviewed by: Report Approved by: 



ASBESTOS SURVEY FORM 


DATE: 7-/9- /0 

SAMPLE#: 6S(J7/91000 I 

START TIME: 

STOP TIME: 

FLOW RATE: 

TOTALVOLUME: 

SAMPLE #: 6507/91000/-

START TIME: 

STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

SAMPLE #:$'5071 ,(IOCJOS 

START TIME: __________ 

, STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

PUMP#: SAMPLE #: 5S071?!O00 If: 
AREA: '-IL, 
START TIME: ________ 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


SHIP: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 



EMSL Analyticai, Inc. 

• 
 200 Route 130 North, Cinnaminson, NJ 08077 


Phone: (856) 858·4800 Fax: (856) 786·5974 Email: \IIestn19ntasblab~EMSLcom 

Attn: Scott Shore Customer 10: GLOS50 
Global Associates CUstomer po: 10·0331 

Naval Business Center Received: 07/21/102:40 PM 

4701 S. 16th Street, Bldg. 545 	 EMSL Order: 041016041 

Philadelphia, PA 19112-5095 
Fax: (215) 897-6297 Phone: (215) 897-2097 

EMSL Proj: 
Project: TDL # 034-3019/EX-JFK 

Analysis Date: 7/22/2010 

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using 
Polarized Light Microscopy 

Non-Asbestos Asbestos 

Sample Description Appearance % Fibrous % Non-Fibrous % Type 

SS07191 0001 MMR #2 7-137-0 Pink 75% Glass 25% Non-fibrous (other) None Detected 

041016041-0001 E UL Fibrous 
Heterogeneous 

SS07191 0002 MMR #2 7-137-0 Gray 10% Glass 70% Non-fibrous (other) 20% Amosite 
041016041-0002 EUL Fibrous 

Heterogeneous 

SS07191 0003 MMR #2 7-137-0 Gray 65% Non-fibrous (other) 35% Amosite 
041016041-0003 EUL Fibrous 

Heterogeneous 

None Detected8S07191 0004 	 MMR #2 7-137-0- Yellow 20% Cellulose 80°/" Non-fibrous (other) 
EUL041016041-0004 	 Fibrous 

Heterogeneous 

report from 07122/2010 23:18:56 

Analyst(s) 

Chris Dojlidko (4) Stephen Siegel, CIH, Laboratory Manager 
or other approved signatory . 

Due to magnification limitations inherent in PLM, asbestos fibers in dimensions below the resolution capability of PLM may not be detected. The limit of detection as stated in the 
methOd is 1%. The above test report relates only to the items tested and may not be reproduced in any form without the express written approval 01 EMSL Analytical, Inc. EMSL's 
liability is limited to the cost of analysis. EMSL bears no responsibility for sample collection activities or analytical method limitations. Interpretation and use of test results are the 
responsibility 01 the clienl Samples received in good condition unless otherwise noted. This reporl must not be used to claim product endorsement by NVLAP or any agency of the 
U.S. Government. The test results meet all NELAC requirements unless otherwise specified. 

Samples analyzed by EMSL Analytical, Inc. 200 Route 130 North, Cinnaminson NJ NVLAP Lab Code 101048-0, AIHA·LAP, LLC·IHLAP Lab 100194, NYS ELAP 10872, NJ DEP 03036 

Test Report PLM·7.21.0 Printed: 7/22/201011:18:56 PM 	 THIS IS THE LAST PAGE OF THE REPORT. 



Client: 
Global Associates - NISMF 
Building #545 Naval Base 
Philadelphia, PA 19112-5095 

Project LD. 
ex- :r~JL 

EMSL ANALYTICAL INC. 
CHAIN OF CUSTODY RECORD 

Point of Contact 
Scott Shore 
Phone Number: 
(215) 897.~6745 

TDLNO. 	O,3'F3bl<f P.O. Number: __ 
(PRE/POST Asbestos Survey) 

Special Instructions / Comments: Gte.. SAeW- $1JfMI"An..y 
FAX (215) 897-6297 	 f2.~~ PAGE 1 OF 1 

I FieldSample No. . 

5507 t.ZUJ 005 
5507221060(, 
5.$07 Z2/tJOO1 

s.s0722 It) (J It) 
5.5 tl, Z'Z ItJ 0 II 
5S072.2.1IJOI'Z 
5507 "J-.2JtJlJl~ 

SS071.'Z.IOOJ.> 
SSo7 'ft."'Z.IO 0'" 

Analyze 
•••••••• 

ASB 
ASB 
ASB 
ASH 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB 
ASB. 

I.. Sa~pIe 
Type 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 
BULK 

AnalySis 
Requested 

PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM· 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 
PLM 

. .. .Description 
.. . 

Collected by: 	 ReceIved by/Cham ofCustody Initiated by: 
H. Wagner /J. King /G. Goins / S. Ervin 	 Date/Time: / 
Relinquished by: Date Time Received by: 
Josefma N. Rydenbark ~41 ~'!2 
Submitted to Lab by: Date Time Rec~ved at Lab by: 
PICK-UP 
Pre-Logged by: 	 Prepared by: Analyzed by: 

Data Validated by: 	 Rush Report by: Date/Time Posted-Logged by: 

Data Processed by: Report Reviewed by: 	 Report Approved by: 



ASBESTOS SURVEY FORM 


DATE: 7/'2Z/'0 

SAMPLE#: 5S0722100t:f5 

START TIME: ________ 


STOP TIME: 


FLOW RATE: 


TOTAL. VOLUME: 


SAMPLE #: SS0 7 Zz. JO(}(JC.a 

START TIME: ________ 


STOP TlME: 


FLOW RATE: 


TOTAL VOLUME: 


SHIP: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 

START TIME: 

, STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

SAMPLE #: 550i 2"2,1{j (X)S 

START TIME: 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


PUMP#: 

AREA: 



ASBESTOS SURVEY FORM 


DATE: 7/Z:Z.jI() 

SAMPLE#: SS07221()CJ{1f 

START TIME: ________ 


STOP TIME: 


FLOW RATE: 


TOTAL. VOLUME: 


SAMPLE #: 55071,7. laOI0 

START TIME: 

STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

SHIP: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 

·SAMPLE #: cSSf}? I],. '2100 J , 


START TIME: 

, STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

PUMP#: BoLIL SAMPLE #: S$tJ7ZUO Olt. 

AREA: 

START TIME: ________ 

STOP TIME: 

FLOW RATE: 


TOTAL VOLUME: 


http:7/Z:Z.jI


ASBESTOS SURVEY FORM 


SHIP: . DATE: 7/Z:Z/J(J, .. 

PUMP#: /3dK. SAMPLE #: SS07"Z2.I()OIS 

START TIME: ____~___ 

STOP TIME: 

FWWRATE: 

TOTAL VOLUME: 

SAMPLE#: SS07~'2.IOO 'If 

START TIME: ________ 


STOP TIME: 


FWWRATE: 


TOTAL VOLUME: 


SAMPLE#: SSo71-ZlOOIS-

START TIME: 

, STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

SAMPLE #: SSO 7 nU)OI" 
START TIME: ________ 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


AREA: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 

PUMP#: 

AREA: 



-------------------------------------------------------------------------------

EMSL Analytical, Inc. 

• 200 Route 130 North. Cinnaminson, NJ 08077 

Attn: Scott Shore Customer 10: GLOB5O 
Global Associates Customer po: 05-777 

Naval Business Center Received: 07/29/1012:33 PM 

4701 S. 16th Street, Bldg. 545 EMSL Order: 041016828 

Philadelphia, PA 19112-5095 
Fax: (215) 897-6297 Phone: (215) 897-2097 

EMSLProj: 
Project: EX.JFK TDl NO. 034-3019 

Analysis Date: 7/30/2010 

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using 
Polarized Light Microscopy 

Non-Asbestos Asbestos 

Sample Description Appearance % Fibrous % Non-Fibrous % Type 

55072210005 7-149-0-E NMR #3 White 20% Cellulose 60% Non-fibrous (other) None Detected 

041016821HJ00I U/L Fibrous 20% Glass 
Heterogeneous 

None Detected 55072210006 	 7-149-0-E NMR #3 Cream 25% Cellulose 600k Non-fibrous (other) 
UlL041016828-0002 	 Fibrous 15% Glass 

Heterogeneous 

'72210007 	 7-149-0-E NMR #3 Gray 50% Non-fibrous (other) 20% Chrysotile 

U/L
S821HJ003 	 Fibrous 30% Amosite 


Heterogeneous 


None Detected 55072210008 	 7-149-0-E NMR #3 Cream 30% Cellulose 70% Non-fibrous (other) 
U/L041016828-0004 	 Fibrous 

Heterogeneous 

None Detected 55072210009 	 7-11O-Q..E MNR #4 WhiteIYellow 5% Glass 95% Non-fibrous (other) 
U/L041016828-0005 	 Fibrous 

Heterogeneous 

None Detected 55072210001 	 7-110-Q..E MNR #4 W hiteiBlack 5% Glass 95% Non-fibrous (other) 
UlL041016828-0006 	 Fibrous 

Heterogeneous 

55072210011 	 7-11Q..Q..E MNR#4 Gray 55% Non-fibrous (other) 20% Chrysotile 
U/L041016828-0007 	 Fibrous 25% Amosite 

Heterogeneous 

Analyst(s) 

Ilea Gomes (12) Stephen Siegel, CIH, Laboratory Manager 
or other approved Signatory 

EMSL maintains liability limited to the cost of analysiS. This report relates only to the samples reported above and may not be reproduced, except jn ful!, without written approval by 
EMSL EMSL bears no responsibility for sample collecfion activities or analytical method limitations, Interpretation and usa of test results are the responsibility of the dienL This report 
""'ust not be used by Ihe c~ient 10 claim pmducl certification. appro\la~ or endorsement by NVLAP. NIST or any agency or the federal government The test results contained within th~ 

,rt meet the requirements of NELAC unless otherwise specified. Samples received in good condition unless otherwise noled. 

}Ies analyzed by EMSl Analylical. Inc 200 Route 130 North, Cinnaminson NJ NVLAP Lab Cooe 101048'(). AlHA-LAP.lLC-IHLAP Lab 100194. NYS ELAP 10872. NJ DEP 03036 

Test Report PLM-7.21.0 Printed: 7/3012010 12:17:24 PM 



EMSL Analytical, Inc. 

• 20a Route 130 North, Cinn2H11inson, NJ 08077 

Attn: Scott Shore Customer 10: GLOBSO 
Global Associates Customer po: 05-777 

Naval Business Center Received: 07/29/1012:33 PM 

4701 S. 16th Street, Bldg. 545 EMSL Order: 041016828 

Philadelphia, PA 19112-5095 
Fax: (215) 897-6297 Phone: (215) 897-2097 

EMSL Proj: 
Project: EX.JFK TDl NO. 034-3019 

Analysis Date: 7130/2010 

Test Report: Asbestos Analysis of B~lk Materials via EPA 600/R-931116 Method using 
Polarized Light Microscopy 

Non-Asbestos Asbestos 

Sample Description Appearance % Fibrous % Non-Fibrous % Type 

55072210012 7-110-0-E MNR #4 Various 5% Cellulose 90% Non-fibrous (other) None Detected 

041016828·0008 U/L Fibrous 5% Glass 
Heterogeneous 

55072210013 7-97-0-E MMR #1 Gray 60% Non-fibrous (other) 15% Chrysotile 

041016828-0009 U/L Fibrous 25°,1, Amosite 
Heterogeneous 

55072210014 7-97-0-E MMR #1 Gray 65% Non-fibrous (other) 15°,1, Chrysotile 

'1682~10 
U/L Fibrous 20% Amosite 

Heterogeneous 

55072210015 7-97-O-E MMR #1 WhiteiYeliow 70% Min. Wool 15% Non-fibrous (other) 15% Chrysotile 

04101682~11 U/L Fibrous 
Heterogeneous 

55072210016 7-97-O-E MMR #1 White/Green 100% Non-fibrous (other) None Detected 

04101682~12 UIL Non-Fibrous 
Heterogeneous 

Analyst(s) 

Ilea Gomes (12) Stephen Siegel, CIH, Laboratory Manager 
or other approved signatory 

EMSL maintains liability limited 10 the cost of analYSIs. This report relales only to the samples reported above and may not be reproduced, e)(Cept in full. without written approval by 
EMSL. EMSl bears no responsibilUy for sample collection actl\lities or analytical method limitations. Interpretation and use of test results are the responsirnlity of the cHent This report 
must noi. be used by the client to claim product certification, approval or endorsement by NVLAP, NIST Or any agency of the federal govemment. The test results contained within this 
report meet the requirements of NElAC unless otherwIse specified. Samples received m good condition un!ess otherwise noted. 

'Ies analyzed by EMSL Analytical, Inc. 200 Roule 130 North, Cinnaminson NJ NVLAP Lab Code 101048-0, AII'IA·LAP, LLC~HLAP Lab 100194, NYS ELAP 10872, NJ DEP 03036 

.<eport PLM-7.21.0 Printed: 7/301201012:17:24 PM THIS IS THE LAST PAGE OF THE REPORT . 2 



EMSL ANALYTICAL INC. 
CHAIN OF CUSTODY RECORD 

Client: Point ofContact 
Global Associates - NISMO Mike Derchak 
Building #545 Naval Base Phone Number: 
Philadelphia, PA 19112-5095 (215) 897-2097 

Project I D TDLNO P.O. Number: 
EX--;t-;;l(.. (PRE/POST Asbestos Surv..GY) 

Date & Time Results Required Special Instructions / ComrilftlS:~ .(:flltch,Jc(HIf!fIIGY -I 
24 HOUR TURN FAX (215)897-6297 PAG~rl 

. Field Sample No. ...•.•... Anal~e" ....•. ·~aijiJ;>Jt{" I '" A~~lysis .. I·;·;_\·;>,,!f.])es~l'iption (",' .•.. ..•.
, ' .' ....Typ~(,· Requested >", '" . . '. ."';.;. .... .... . . '/< ',' 

ASB AIR PCM 'R="4MNL -oIL 

ASB AIR PCM,tC .3 HJi.lJP .£/.L. 
ASB AIR PCM Jtl:.3 1f.1N1~ v/ L 

B/A-A1~ ASB AIR PCM .4-MM~ U/L 
B/-AlJK- ASB AIR PCM ,1:1=".3 ~J2- ~/L 

ASB AIR PCM Il;. /! IC-I", fJ..... L.JL 
ASB AIR PCM JtiI:2- ~#tt,.... , oJL 

oS So803/0 Oat ASB AIR PCM i:!:L MA.UL '-IL 
ASB AIR PCM tIL '1 ~M n ()J l 
ASB AIR PCM M= Z "",...Je.., ,jIL 
ASB AIR PCM 1It:1. ,4/Mfl- UI '
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR· 
ASB I AIR 
ASB AIR 

r-______________+-____-+_______~~C=M~_+------------------------------
TPCM 

PCM 

ASB AIR PCM 
Collected by: Received by/Chain of Custody Initiated by: 

H.WagnerlR.Dorton /J. King/S. Wiggins Datetrime: 

Relinquished by: Date Time Received by: 
 I 
Josef'ma N. Rydenbark ~~v9¢r: t fio 
Submitted to Lab by: Date Time 
PICK-UP 
Pre-Logged by: Prepared by: Analyzed by: 

Data Validated by: Rush Report by: Date/Time Posted-Logged by: 

Data Processed by: Report Reviewed by: Report Approved by: 



-------

ASBESTOS SURVEY FORM 


SHIP: DATE:€x-IEt<. 
PUMP#~ /fV-() 7 SAMPLE #: .5.St:J3a1lo00I 

AREA: H= SL IIfJl1Il- oIL 

START TIME: 0 %2.0 

STOP TIME: 4-1-=0:...-2_0____ 


FLOW RATE: /4,98 "'PM 
TOTAL, VOLUME: /2 96 0 
PUMP#: 1-!V-o\.C SAMPLE #:..550 8""0310'00.2... 

AREA: #. Lf 1'11&1 R..- '{L
START TIME: ogzg::- ,. 

STOP TIME: ·/0 Z£, 
FLOW RATE: of/3 £17 LPJLt 
TOTAL VOLUME: /~/(o '" r . 
PUMP#: tll/-()~ SAMPLE#:5S()~03lD603 
AREA: /II-\ 1~1'1P- % 
START TIME: c>8lf<) , 

. STOP TIME: ---L.:!.)O~<fO~____ 

FLOW RATE: I ¥,.Z/ LP""", 
TOTAL VOLUME: 170~2. 

PUMP#: fil/-IS- SAMPLE#:55~tJ31000 l.f 
,t.E::3 Mill /Z- U/LAREA: 

START TIME: 0 8'l..f~ 
STOP TIME: /0 <-15 
FLOW RATE: /& 2 7 L-,1?")"( 

TOTAL VOLUME: /3s;:z."" 't 



ASBESTOS SURVEY FORM 


ex ;:r;F,KJSHIP: 

PUMP#: 16(ADlL-. 

AREA: 

START TIME: _______ 

STOP TIME: 

FLOW RATE: 


TOTAL. VOLUME: 


PUMP#: 

AREA: 

START TIME: _______ 

STOP TIME: 

FLOW RATE: 


. TOTAL VOLUME: 

PUMP#: dV:tJ£ 
AREA: .. #:£, 1'1M /L- 7/.'.( 
START TIME: / t>.3 0 

-~-----

, STOP TIME: I z.. 30--'----...,--- 
FLOW RATE: 13,'17 teN 
TOTAL VOLUME: I~ It:,." 7' 

PUMP#: H0--CJ7 
AREA: ~2- Mil(/2-- U,/ L
START TIME: /a3C' 
STOP TIME: /2....3s=:: 
FLOW RATE: L </.9tt L-P-'t 
TOTAL VOLUME: I!?b~ 

<?-3-IODATE: 

SAMPLE#: 76/I+)J~ 

SAMPLE#: 6So~o3/oooS--

SAMPLE #: SS06'o3106 0 b 

. .s ~ c5R.Vi~~kll\2~ 
c /J PE»ON ( NDUCTING SURVE~J/ c? 

~~~ir-c 




ASBESTOS SURVEY FORM 


SHIP: ~><-l:F.r:-. 

PUMP#: tfl/-Oh 
AREA: ,J~MM(L LIL, 
START TIME: ..:..../_o_tr,--=S_____ 


STOP TIME: 12'fS-
FLOW RATE: 
 /lf~ 21 t-P,y 
TOTAL. VOLUME: I 70S: L 

PUMP#: tf~!S 
AREA: ~.t-111Uf2- (//L, 

START TIME: --!~'--'O--=S=-O=--___ 
STOP TIME: /zS-6· 
FLOW RATE: II, Z-, )"PM 

. TOTAL VOLUME: J35"2 tI 't 
BIAtJ1cPUMP#: 

AREA: 


START TIME: ____________ 


. STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


PUMP#: 

AREA: 

START TIME: _______ 

STOP TIME: 

FLOW RATE: 


TOTAL VOLUME: 


DATE: 8-3-/0 

SAMPLE #: 5561'a31fJaQ7 

SAMPLE#: _B_I_ArJ_K:-_·_ 



\ EMSL Analytical, Inc. 

• 200 Route 130 North, Cinnaminson, NJ .08077 

Phone: (856) 858-4800 Fax; (656) 766-5974 Email; westmontasbla!)({i)EMSLcom 
,,,,-,'--8¥6".. *~,,,~,. -¥&*5if*I#5&,,2Gft:;:;az;""~+>-iHS%Jff*'tzne i'_ "" "- _ >0~ "'v ,*wY1f1i', ~""z ""-.%¥f*....,,"->-zc::....-~"'=;., "":;g.,,,,,,- ~~"'''';--'f'-",~_-;-_I 

~ 

Attn: Mike Derchak Customer ID: GLOB50 
Global Associates Customer po: 05-777 

Naval Business Center Received: 08104/10 11 :43 AM 

4701 S. 16th Street, Bldg. 545 EMSL Order: 041017299 

Philadelphia, PA 19112-5095 
Fax: (215) 897-6297 Phone: (215) 897-2097 

EMSL Proj: 
Project: J.F.K. 

Analysis Date: 8/412010 

Test Report: Fiber Count by Phase Contrast Microscopy (PCM), NIOSH 7400 Method, 
Revision 3, Issue 2, 8/15/94 

Volume WD Fibers/ Fibers! 
Sample Location Sample Date (liters) Fibers Fields (fiblcc) mm' cc Notes 

SS08031 0001 -#4 MMR U/L 814/2010 1797.60 . <5.5 100 0.002 <7.01 <0.002 

041017299-0001 

SS08031 0002 -#4 MMR UL 8/4/2010 1616.40 <5.5 100 0.002 <7.01 <0.002 

041017299-0002 

SS08031 0003 -#3MMR UL 81412010 1705.20 <5.5 100 0.002 <7.01 <0.002 

041017299-0003 

SS08031 0004 -#3 MMR UlL 814/2010 1352.40 <5.5 100 0.002 <7.01 <0.002 

041017299-0004 

BLANK -#4 MMR U/L 8/4/2010 <5.5 100 <7.01 Reid Blank 

041017299-0005 

BLANK -#3MMR UL 814/2010 <5.5 100 <7.01 Field Blank 

041017299-0006 

SS08031 0005 - #2 MMR UL 8/4/2010 1616.40 <5.5 100 0.002 <7.01 <0.002 

041017299-0007 

SS08031 0006 -#2 MMR U/L 8/4/2010 1797.60 <5.5 100 0.002 <7.01 <0.002 

041017299-0006 

SS08031 0007 -#1 MMR UL 8/4/2010 1705.20 <5.5 100 0.002 <7.01 <0.002 

041017299-0009 

SS08031 0008 - #1 MMR U/L 814/2010 1352.40 <5.5 100 0.002 <7.01 <0.002 

041017299-0010 

Analyst(s) 

Dave Stanhope (12) 
Stephen Siegel, CIH, Laboratory Manager 

or other approved Signatory 

Limit of detection is 7 fibers/mm'. Laboratory Sr values: 5-20 fibers = 0.31,21-50 fibers _ 0.30, 51-100 fibers - 0.25. EMSL maintains liability limited to cost of analysis. This report
relates only to lIle samples reported above and may not be reproduced, except in full. without written approval by EMSl. EMSL bears no responsibility for sample collection activities or 
analytical method limitations. Interpretation and use of toest resulls are the responsibility of the client EMSL is not responsible for data reported in fibers/ce, which is dependent on 
;oolume collected by non-laboratory personnel. Results have been blank corrected as applicable. The results in this report meet all requirements of lIle NELAC standards unless 
otherwise noted. Samples received in good condition unless otherwise noted. 
Samples analyzed by EMSL Analytical, Inc. 200 Route 130 North, Cinnaminson NJ NYS ELAP 10872, AIHA·LAP, LLC--IHLAP Lab 100194. NJ DEP 03036 

Test Report PCM-7.12.0 Printed: 8/6/2010 8:22:57 AM 



• 
EMSL Analytical, Inc. 
200 Route 130 North, Cinnaminson, NJ 08077 

Phone: (856) 858-4800 Fax: (856) 786-5974 Email: westmontasblab@EMSL.CQm 
'!SE"'~"''''<2'S .·#J:n ,.-&""."'-'OT ¥~¥"'~"""''''-'' -mg,,,,At- ~iO'<,.2ill21**,· ...".''i'''e'' '" "<t:~d""'",,,+ ¢" "'-__. _~_ "~",,_¥,,,,_~_o_. 

Attn: Mike Derchak Customer 10: GLOB50 
Global Associates Customer po: 05·777 
Naval Business Center Received: 08/04/10 11 :43 AM 

4701 S. 16th Street, Bldg. 545 EMSLOrder: 041017299 

Philadelphia, PA 19112·5095 
Fax: (215) 897-6297 Phone: (215) 897·2097 

EMSLProj:
Project: J.F.K. 

Analysis Date: 8/4/2010 

Test Report: Fiber Count by Phase Contrast Microscopy (PCM), NIOSH 7400 Method, 
Revision 3, Issue 2, 8/15/94 

Volume WD Fibers! Fibers! 
Sample Location Sample Date (liters) Fibers Fields (jib/cc) mm' cc Notes 

BLANK -#2 MMR U/L 814/2010 <5.5 100 <7.01 Field Blank 

041017299-00 11 

BLANK #1 MMR U/L 8/4/2010 <5.5 100 <7.01 Reid Blank 

041017299-0012 

The results reported have been blank corrected as applicable. 

5:10:12 

Anaiyst(s) 

Dave Stanhope (12) 

Stephen Siegel, CIH, Laboratory Manager 
or other approved signatory 

Limit of detection is 7 fiberslmm'. laboratory Sr values: 5-20 fibers = 0.31,21-50 fibers =0.30,51·100 fibers _ 0.25. EMSL maintains liability limited to cost of analysis. This report 
relates only to the samples reported above and may not be reproduced, except in full. without written approval by EMSL. EMSL bears no responsibility for sample collection activities or 
analytical method limitations. Interpretation and use of test results are the responsibility of the client. EMSL is not responsible for dala reported in fiberslce, which is dependent on 
volume collected by non-laboratory personnel. Results have been blank corrected as applicable. The results in this report meet all requirements of the NELAC standards unless 
otherwise noted. Samples received in good condition unless otherwise noted. 

Samples analyzed byEMSLAnalytical,lnc. 200 Route 130 North. Cinnaminson NJ NYS ELAP 10872. AIHA-LAP, LLC-IHLAP Lab 100194, NJ DE? 03036 

Test Report PCM·7.12.0 Printed: 8/6/2010 8:22:58 AM THIS IS THE LAST PAGE OF THE REPORT. 2 

mailto:westmontasblab@EMSL.CQm


.~ 

EMSLA~ALY¥I2AL INC. 
CHAIN OF CUSTODY RECORD 

lient: Point of Contact 
I II Associates - NISMF :fohn On1rtske'l 
uilding #545 Naval Base Phone Number: I 
~iladelphia, PA 19112-5095 (215) 897-6745 

-

TDLNO. P.O. Number: __ 
(PRE/POST Asbestos Survey) 

Special Instructions / Comments:Gc. e;~kh 
... - - S PAGE tOFtFAX ('15) 897 6"97 v'tAAMAY"\I 

Field Sari1pleNo~' ..' !"Analyze 
.'. .... ". . 

........., •.' 

slOColooC\ ASB 
5 toCo \oaO'2..; ASB 
Sto(g\OOO3 ASB 

SLabla c:olf ASB 

S'()folOCC.~ ASB 
~\O to \c <:x:>b ASB 

ASB 
ASB 
ASB 

. ····Sample .,'~alY~is .•. ; 
. '." nescription< .. ' ...... ;:,. .....' 

'.: .... Type.: !ReQuested . ... .<: '. . .'.•• "< 

BULK PLM S-f~7-Z-E: Alc..NAc-l1 ¥<.....t..f 
BULK PLM 6'-/2..'7 -z...-e Nc-M/I-C-it ~M 
BULK PLM 7-IL3-0-t ALJ)( Ale. 
BULK PLM '"7 - • 2-3-o-F Aux: AIL 
BULK PLM 7-(2..3-0-6 ~ A/~ 
BULK PLM 1-''2-3 '":"()-E ~)X All'" 

~...-
....". 

BULK PLM • 'J; 
BULK PLM ::::r 
BULK PLM Z. 

ASB BULK PLM 
;..-."' 

ASB BULK PLM 
ASB BULK PLM-
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 
ASB BULK PLM 

Illected by: 
Wagner /J. King /G. Goins /I 

:linquished by: Date 
sefina N. Rydenbark /0 13 fO 

0 
, 

n 

- . 
V.J -~i 

. -
~- -" ',"--:

c_~;-,· 

y " ..J-.. "" 
U1 i-

.-. 
, 
" 

t' 

"0;, 

iiJ :; :~ 
r ~ 
-<,' .. "', 

Received by/Chain ofCustody Initiated by: 
DatelTime: / 

Time 
JJ..-'$S 

brnitted to Lab by: Date Time 
CK-UP 
~-Logged by: Prepared by: 

.t alidated by: Rush Report by: Date/Time Posted-Logged by: 

ta Processed by: Report Reviewed by: Report Approved by: 



ASBESTOS SURVEY FORM 


DATE: to-~-IOSHIP: 

PUMP#: 

AREA: 

SAMPLE#: :J5\oCo\OCC l 


START TIME: 

STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

PUMP#: 

AREA: 

SAMPLE#: :rS\dDIQ60;t. 


START TIME: 

STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

SAMPLE#: J"s~\o<:J03PUMP#: 
.,-l'2.::3-()-e. 


AREA: Au'X ,A/C. 


START TIME: .-. 
, STOP TIME: 

FLOW RATE: 

TOTAL VOLUME: 

PUMP#: 
'-12.:~-O-E 


AREA: Au>c ,~/<.. 


START TIME: ________ 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


' .. ':::: . 



ASBESTOS SURVEY FORM 


DATE: (0-<0-toSHIP: 

SAMPLE#: TS\o~\oOO~PUMP#: 
.., -\ "L'3-0!!""'€;

AREA: A.\.)2S. At<-", . 


START TIME: 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


SAMPLE #: :\S loCo {O ()() b 

AREA: 


START TIME: 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


PUMP#: 


PUMP#: 


AREA: 


START TIME: 


, STOP TIME: 
 -
FLOW RATE: 1'"". o 

-"TOTAL VOLUME: ., -
~ c.

SAMPLE#: _________PUMP#: 


AREA: 


START TIME: 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 




ErI.~SL Analytical, Inc. 
200 Route "130 North, Cinnaminson, NJ 08077 

Phone: (856) 858-4800 Fax: (856) 786.597~ Email: westmontasbiai:l(LCEMSI",<:?9t'l1 

Attn: John Smashey 
Global Associates 

Customer 10: 

Customer po: 
GLOS50 

Naval Business Center Received: 10/13/10 2:00 PM 

4701 S. 16th Street, Bldg. 545 
Philadelphia, PA 19112-5095 

EMSLOrder: 041023623 

Fax: 

Project: 

(215) 897-6297 

EX-JFK 

Phone: (215) 897-2097 
EMSL Pro]: 

Analysis Date: 10/17/2010 

Test Report: Asbestos Analysis of Bulk Materials via EPA 600/R-93/116 Method using 

Polarized Light Microscopy 


Non-Asbestos 	 Asbestos 

Sample 	 Description Appearance % Fibrous % Non-Fibrous % Type 

None DetectedJS1 061 0001 	 5-127-2-EAlC GraylPink 15% Min. Wool 45% Non-fibrous (other) 

MACH RM
041023623-0001 	 Fibrous 30% Cellulose 


Heterogeneous 
 10% Glass 

JS10610002 	 5-127-2-E AlC Gray 20% Synthetic 30% Non-fibrous (other) 30% Chrysotile 
MACH RM"3623-0002 	 Fibrous 20% Amosite 

Heterogeneous 

None DetectedJS10610003 	 7-123-0-E AUX G raylC ream 40% Cellulose 50% Non-fibrous (other) 

Ale
041023623-0003 	 Fibrous 10% Glass 


Heterogeneous 


JS1061 0004 	 7-123-0-E AUX GraylCream 60% Glass 20% Non-fibrous (other) 5% Amosite 

AlC
041023623-0004 	 Fibrous 15% Min. Wool <1% Chrysotile 

Heterogeneous 

JS10610005 	 7-123-0-E AUX Gray 15% Min. Wool 20% Non-fibrous (other) 400/0 Amosite 

041023623-0005 	 Ale Fibrous 5% Synthetic 20% Chrysotile 
Heterogeneous 

JS10610006 	 7-123-0-E AUX GraylCream 5% Synthetic 20% Non-fibrous (other) 25% Chrysotile 
Ale041023623-0006 	 Fibrous 20% Min. Wool 30% Amosite 


Heterogeneous 


nitial report from 10/18/2010 09:53:17 

Analyst(s) 

Melissa Klinedinst (6) Stephen Siegel, CIH, Laboratory Manager 
or other approved signatory 

EM<:>L maintains liability limited [0 the cost of analysis. This 
EMSL EMSL bears no responsibility for sampfe collection 
must not be used by the client to claim product certification, 
report meet the requirements of NELAC unless otherwise 

only to the samples reported above and may not be reproduced. except in full, without written approval by 
or analytical method limitations, Interpretation and use of test results are the responsibility of the client. This report 
or endorsement by NVLAP, NIST or any agency of the federal government The test results contained within this 

Samples received in good condition unless otherwise noted. 

Samples analyzed by EMSL Analytical. Inc. 200 Route 130 North. Cinnaminson NJ NVLAP Lab Code 101048-0, AIHA-LAP, LLC-IHl.AP Lab 100194, NYS ELAP 10872, NJ DEP 03036 

rest Report PLM-7.21.0 Printed: 10/18/20109:53:17 AM 	 THIS IS THE LAST PAGE OF THE REPORT. 

http:LLC-IHl.AP


EMSL Analytical, Inc. 

• 200 Route 130 North, Cinnaminson, NJ 08077 
(856) 858-4800 

INVOICE NO. WAGE 
04244543 I 1 of 1 

INVOICE DATE 

10/18/2010 

BILL REPORT Global Associates Global Associates 
TO TO Attn: John Smashey Attn: John Smashey 

Naval Business Center 
Naval Business Center 4701 S. 16th Street, Bldg. 545 
4701 S. 16th Street, Bldg. 545 Philadelphia, PA 19112-5095 
Philadelphia, PA 19112·5095 

SLSM. 

gperlmutter 

0/13/2010 041023623 6 PLM 

.:,;.••.~I.LLlNGF:REQUENCY 

With Report 

Asbestos Analysis of Bulk Materials via 
EPA 600/R-931116 Method using 
Polarized Light Microscopy 

EA 9.45 56.70 

72 Hour 
Project: EX-JFK 

INVOICE 
TOTAL 

56.70 

$56.70 

CUST. NO. 

GLOB50 

AMOUNT 

Please review your invoice promptly. We will gladly correct any errors within 60 days 
of the invoice date. After that, we deem the invoice to be correct and reserve the 
right not to issue credits, in Whole or part. A 1.5% finance charge will be added to 
invoices over 30 days. 

Billing Inquiries - please call 1-800-220-3675 

lease detach and return with payment ,--------------------------------------------
.10/18/2010 CUST # GLOBSO INV # 04244543 $56.70 

DEPT; 04 

EMSL ANALYTICAL, INC. 

200 Route 130 North 

Cinnaminson, NJ 08077 


Payment in US Funds Only. Billing Inquiries please call 1-800-220-3675 



EMSL ANALY'I'ICALINC. ~"""----~--.. 

CHAIN OF CUSTODY RECORD 

oY!O'l, Co{ ~t.t'(
Client: Point of Contact 
Global Associates - NISMO ~o\"~~ 
t :ling #545 Naval Base Phone Number: 
PhI1adelphia, PA 19112-5095 (215) 897-2097 

Project LD. TDL NO.O 3<.(-IOO( P.O. Number: PAII-Q(J33 
EX- :t+="1< (PRE/POST Asbestos Survey) 

Date & Time Results Required Special Instructions / Comments: 

24 HOUR TURN ,(...... FAX (215) 897-6297 PAGE OF 


I".·' Sample < '.'XnalYsi.s,~ 
. ., ..: .• e. ...• 

Requested 
FieldSiiniple No~ ·····ABalyze: 

" '.' . 

.•.....• ........ ................}.! DescriptIolf" > ....•. ..' ..•. • 

'.. . ". ......... ..... '.' .".······Type·.·· ..· 
:JSlctiolO<:::101 ASB AIR PCM 7-IZ3-o-17 A-MfL 4/L 

AIR 'PCM 7-/2.~-o-E AAAtt u/L 
AIR PCM 

ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM -'" 

AIR PCMASB 
.:;..> " 

., 
..r"'l 

--_. 
M';_ 

AIR PCMASB r) 
::;0 - ~ 

PCM 1') ; . . ,:;ASB 
AIR PCM . ., 

.'ASB 
AIR PCM :i': -,~ rrt 

'-' C::JASB 
AIR PCM .. -.. -ASB 
AIR PCM 

~. 

0ASB 
ASB AIR 'PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 
ASB AIR PCM 

1 

Collected by: 
H.Wagner/R.Dorton /J. King/S.· tJ 
Relinquished by: Date Time 
Josefina N. Rydenbark 
Submitted to Lab by: Date Time Receiv~at Lab by: 
PICK- UP Ht0-CO (fr' 
Pre-Logged by: Prepared by: Analyzed by: 

Data Validated by: Rush Report by: DatelTime Posted-Logged by: 

Data Processed by: Report Reviewed by: Report Approved by: 



ASBESTOS SURVEY FORM 


DATE: IOf2Ia It 0SHIP: 
# 

PlJlI.1p #: HV-Lf SAMPLE#: TS 166~/OOO{

,-( 'l...'-o-l: 


AREA: AMf0 '-/L 
START TIME: --.:O=--.!7:.....loI..L.-L~3____ 

STOP TIME: oQS3 
FLOW RATE: (1,7'1 LPM 

TOTAL. VOLUME: 


PUMP#: I-IV'-·~ SAMPLE#: 'JS to 2.1.1) IOoo:J..; 
1-12..3-0-6 /. 

. AREA: AMje..? V _L 
START TIME: _.____--=o;....:8C~V~C_· ! 

STOP TIME: IO~O,C 


FLOW RATE: 


q ?201JjJTOTAL VOLUME: 

PUMP#: (j-AI\)~ SAMPLE #: ~2~/A--.:......;A.}=:.-..&-I<_·-'-- 
. 4-127-0-C 

AREA: . J>AAtd6-e- <ON-I-t'bI Ce"J,rp1 

START TIME: _________ 

, STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


SAMPLE#: ________ 

-.. 

PUMP#: 


AREA: 


START TIME: ________ 


STOP TIME: 


FLOW RATE: 


TOTAL VOLUME: 


http:PlJlI.1p


EMSL Analytical, Inc. -
200 Route 130 North, Cinnaminson, NJ 08077 

(800) 220-3675
.'+ 

.. I.f,:JVOICENO, ·IRAGE .• 

04245398 I 1 of 1 

INVOICE DATE 

10/27/2010 

BILL REPORT Global Associates Global Associates 
TO TO Attn: John Smashey Attn: John Smashey 

Naval Business Center 
Naval Business Center 4701 S. 16th Street, Bldg. 545 
4701 S. 16th Street, Bldg. 545 Philadelphia, PA 19112-5095 
Philadelphia, PA 19112-5095 

3 PCM Fiber Count by Phase Contrast EA 12.60 
Microscopy (RCM). NIOSH 7400 Method, 

10/27/2010 041024849 

P.O: PAll-Q033 Revision 3, Issue 2,8/15194 
24 Hour 
Project: TDL # 034-1 001/EX-JFK 

Please review your invoice prompVy. We will gladly correct any errors within 60 
days of the invoice date. After that, we deem the invoice to be correct and re5eM! 
the right not to issue credits, in whole or part. A 1.S% finance charge will be added 
to invoices o,.,r 30 days. 

Billing Inquiries - please call 1-800-220-3675 

Please detach and retum Wltn payment----------- ------ --- --- -.---------- --- -----
10127/2010 CUST # GLOB50 

Please 
R to: 

EMSL ANALYTICAL, INC, 
200 Route 130 North 
Cinnaminson, NJ 08077 

INV # 

DEPT: 

04245398 

04 

$37.80 

Billing Inquiries - please call 1-800-220-3675 Payment in US Funds Only. 

37.80 



EMSL Analytical, Inc. 

• 
 200 Route 130 North, Cinnaminson, NJ 08077 


Phone: (800) 220-3675 Fax: (856) 786-5974 Email: westrnonlasblabrcoEM~J".cQm 

P"-' John Smashey Customer 10: GLOB50 
Global Associates Customer po: PA11-0033 

Naval Business Center Received: 10/27/101:10 PM 

4701 S. 16th Street, Bldg. 545 EMSL Order: 041024849 

Philadelphia, PA 19112-5095 
Fax: (215) 897-6297 Phone: (215) 897-2097 

EMSL Proj: 
Project: TDL # 034-1001/EX·JFK 

Analysis Date: 10/27/2010 

Test Report: Fiber Count by Phase Contrast Microscopy (PCM), NIOSH 7400 Method, 
Revision 3, Issue 2, 8/15/94 

Volume LOD Fibersl Fibersl 
Sample Location Sample Date (liters) Fibers Fields (fib/cc) mm' cc Noles 

JS102610001 7-123-0-E AMR UL 10126/2010 1414.80 <5.5 100 0.002 <7.01 <0.002 

041024849-0001 

JS102610002 7-123-0-E AMR U/L 10/26/2010 982.80 <5.5 100 0.003 <7.01 <0.003 

041024849-0002 

BLANK 4-127-0-C DAMAGE 10/26/2010 <5.5 100 <7.01 Field Blank 

CONTROL CENTRAL 
041024849-0003 

esults reported have been blank corrected as applicable. 

10/27/2010 15:10:50 

Dave Stanhope (3) 

Stephen Siegel, CIH, Laboratory Manager 
or other approved Signatory 

; '-oit 01 deteclion is 7 fibers/mm' Laboralory Sr values: 5·20 fibers ~ 0.31. 21·50 fibers 0.30. 51-100 libers - 0.25. EMSL maintains liabIlity limited to cost or analysiS. This report 
by EMSL EMSL bears no responsibility lor sample collection activilles or 

ytical method limitations. Interpretation and use 01 test results are the responsibility 01 Ihe client. is not responsible for dala reported in fibers/ceo which is dependenl on 
""Iume collected by non·laboratory personnel. Results have been blank corrected as applicable, The results in this reporl meet all requirements of the NELAC standards unless 
otherwise noted. Samp!es received ~n good condition unless other.uise noted. 

Samples analyzed by EMSL Anal tical, Inc. 200 Route 130 NOrlh. Cinnaminson NJ NYS ELAP 10872. AIHA·LAP. LlC--IHLAP Lab 100194. NJ DEP 03036 

Test Report PCM-7.12.0 Printed: 10/2712010 3:10:51 PM THIS IS THE LAST PAGE OF THE REPORT. 


