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1S August 1973
QUALIFICATIONS VALIDATED SUPERSEDING
DECEMBER 1972 QP1~17303~29
"15 Decembar 1972

QUALIFIED PRODUCTS LIST

or
PRODUCTS QUALIFIED UNDER MILITARY SPECIFICATION ‘
MIL-P-17303 PSC 5330

PACKING MATERIALS, PLASTIC METALLIC AND PLASTIC NONMETALLIC

This list has been prepared for use by or for the Government in the procurement of
products covered by the subject specification and such listing of a product is not intended
to and does not connote indorsement of the product by the Department of Defense. All
products listed harein have been qualified under the requirements for the product as
specified in the latest effective issue of the applicable specificatfon. This list is
subsect to change without notice; revision or amendment of this list will be issued as
necessary. The listing of a product does not release the supplier from compliance with

the specification requirements.

THE ACTIVITY RESPONSIBLE FOR THIS QUALI?IED PRODUCTS LIST IS THE NAVAL SHIP ENGINEERINC
CENTER. .

. TEST OR
GOVERNMENT - MANUFACTURER'S QUALIFICATION MANUFACTURER'S NAME
DESIGNATION . DESIGNATION REFERENCE AND ADDRESS

Class I . . _ '
Type A Allpax | ' EES 3226 The Allpax Co., Inc.
' 160 Jeffexrson Ave.

Kamaroneck, NY 10543
Plant: Same address

Type B Allpax No.l EES 9834-B8 The Allpax Co., Inc.
. 160 Jefferson Ave,

Manmaroneck, NY 10543
Plant: Same address

Type B Anchor Style 808C, EES 1BDT458 The Anchor Packing Co,
TYpe S 401 N. Broad St.
: Philadelphia, PA 19108

{Distributor)
Raybestos-Manhattan, I
205 mMiddle St.
Bridgeport, CT 06603
Plant: Manheim, PA

(Manufacturer)

Type B John Crane Superseal EES S5001-r Crane Packing Co.

No. 1 and EES B-842 6400 Oakton St.

Morton Grove, IL 60053
Plant: Sane addrass

. Type B Dura Plastic B-77 EES 1ADT436 Durametallic Corp.
2104 Factory Street

Kalamazoo, MI 49001

Plant: Same address

Type B Garlock Style 909 EES 010073 Garlock, Inc,.

i 402 Main Street
Palmyra, NY 14522
Plant: Palmyra, NY

Iype B | R/M 1840-B EES 1BDT4S8 Raybestos-Manhattan, In
. 205 Middle st,

Bridgeport, CT 06603

Plant: Manheim, PA
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COVERNMENT
DESIGNATIOR

MANUFACTURER'S
DESIGHATION

TEST OR
QUALIFICATION
REFERENCE

MANUPACTURER'S RAME
AND ADDRESS

Class I
Type C

Typs C

Type T

Type ¥

Style 858

John Crane, style 150

Garlock Style 8890

R/M 905-A

John Crane, Style 250

Anchor Style
gos8c, Type 5

John Crane
Super Seal {1

pura Plastic
B=17

Garlock
style 909

R/M 1840-B

EES 1KA140001

EES 3907

EES 010074
EES 1XAl40001
EES C-522

EES  1BDT459

£ES 5001-F &
EES-B-942
EPS 1ADT436

rEs 010073

EES 1BOT4S58

The Anchor Packing Co.
401 North Broad St.
philadelphia, PA 19108
(pistributor)
aaybe-tosonanhattan, In
205 Middle 6¢.
pridgepoxt, CT 06603
plant: Manheim, PA

- (Manufacturer)

Crane Packing Co.

€400 Oakton St.

Morton Grove, 1L 60053
Plant: Samae address

wlock' Inc.

402 Main Street
Palmyra, NY 14522
plant: Paloyra, NY

Raybestos-Nanhattan In
205 Middle Street
Bridgeport, CT 06603
plant: Manheim, PA

crane Packing Co.

6400 Oakton St.

Morton Grove, IL 60052
plant: Same address

the Anchor Packing Co.
401 R, Broad &t.
Philadelphia, PA 191
(Distributor)
Mybeutol-}hnhattan . -
205 Middle S€.
Bridgeport, CT 06603
Plant: Manheim, PA
(Xanufacturer)

Crane Packing Company
6400 Oakton Street
Morton Grove, IL 6005
Plant: Same address

purasetallic Corp.
2104 Pactory St.
Kalamazoo, MX 49001
Plants GSame address

Garlock, Inc.

402 Main Street
Palmyra, NY 14522
Plant: Palmyxa, KY .

Raybelton-uanhattan,
205 Middle St.

pridgeport, CT 0660
pPlant: Manheim, PA
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COVERNMENT
DESIGNATION

MANUFACTURER'S
DESIGNATION

TEST OR
QUALIFICATION
REFERENCE

MANUFACTURER'S
AND ADDRESS

Class IX
Type C

Type ¢

Type C
1/4 inch
and over

Type C

Ankorite Style 804

John Crane Style
No, 6 AM CR

Garlock Style 5855

MX-4686

R/M Style L§8842

Style 820-NJ

“Style §1845°

John Crane Style 1871

EES 610033A

EES 010033a

EES 010073

EES 610579 -

EES 610033A

EES IP(4) 066749

EES 1P (4)066749

EES 010033

EES 010033

Anchor Packing Co
401 North Broad s
Philadelphia, PA
(Distributor)
‘Raybestos=-Manhatty
205 Middle st,
Bridgeport, CT 06¢(
Plant: Manheim, §
{Manufacturer)

Crane Packing Co.
6400 Oakton St.
Morten Crove, IL 6
Plant: Same addre

Garlock, Incorpora
402 Main Street
Palmyra, NY 14522
Plant: ©Palmyra, N

Johns-Manville sal,

Corp.

Greenwood Plaza

Denver, CO 80217

Plants: Manville,
Waukegan,

Raybestos~-Manhattar
205 Middle st, -

Bridgeport, CT 066(
Plant: Manheim, P2

The Anchor Packing
401 North Broad St,
Philadelphia, Pa 19
{bistributor)
Raybestos-Manhattan
205 Middle st.
Bridgeport, CT 0660
Plant: Manheim, PA
{(Manufacturer)

Raybastos-Manhattan,
205 Middle Street

Bridgeport, CT 0660:;
Plant: Manheim, PA

The Aachor Packing ¢
401 North Broad St.
Philadelphis, PA 191
(Distributor)
Raybastos-Manhattan,
205 Middle Street
Bridgeport, CT 06603
Plant: Manhaim, PA
(Manufacturer)

Crane Packing Co,
6400 Oakton St,
Morton Grove, IL 600.
Plant: Same address
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TEST OR
GOVERNMENT MARUPACTURER'S QUALIFICATION MANUFACTURER'S NAME
DESIGNATION DESIGNATION REFERENCE ARD ADDRESS
Class II
Type -E Style 127 NAVSECPHILADIV Garlock Inc.
proj. Rpt. B-732 402 Main Street
carlock Inc¢, Lab. Palmyra, NY 14522
Rpts. 8849-B & Plant: Palmyra, NY
8764-B
Type E carlock Style 5901 EES 010033D Carlock, Inc.
402 Main Street
Palmyra, NY 14522
Plant: Palmyra, NY
Type E : J.d, Style 397 EES €10579 JohnseManville Sales corp.
1/¢ inch Greenwodd Plaza
and over penver, CO 80217
Plants: Manville, NJ
Waukegan, IL
Type E R/M 325 EES 010033 Raybestos-Manhattan, Inc.
205 Middle Street
pridgeport, CT 06603
. plant: Manheim, PA
Type F Anchor Style 858-CWB EES 610423 The Anchor Packing Co.
401 N. Broad St.
pPhiladelphia, PA 19108
(pistributor)
Raybestos~Manhattan, Inc.
205 Middle St.
pridgeport, CT 06603
Plant: Manheim, PA
(Manufacturer)
NOTE: As of 15 August 1973, no Class I, Type E, or class I1II,.

40 ¢

plastic metallic packing materials have been tes
under Military Specificatica MIL=P~17303C(NAVY).,

Type B,
ted and qualified
Pending the

inclusion of these classes and types on the Qualified Products

List, the

qualification requirements (paragraphs 3.1 and 6.2) of

MIL~P~17303C(RAVY) shall be waived for procurement of the Class ),
Type E, and Class XII, Type B plastic motallic packing materials.
However, procuring agencies gshould require first article inspection

invoking tests of paragraph 4.5 of MIL~-P-17303C(RAVX).

A copy of

the first article test data, as certified to by the responsible
government inspector, shall be forwarded to the applicable

qualifying activity.




